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MERLAR LR WY B RBOCRHE R AR A
Company Name SHENZHEN RONGDA PHOTOSENSITIVE SCIENCE & TECHNOLOGY CO., LTD
shown on Report

b | N TP 52 22 X AR 3T AL X KiE 71-55301 (1-32)
Address FLOOR 1-3 ,XINTIAN ROAD 71-5,FUHAI STREET,BAO'AN DISTRICT,SHENZHEN
CITY

DA U 2 R & B A5 B ol R I 2 1R AL A

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

FE 4 PR VRS RO R

Sample Name Liquid photosensitive solder resist ink

RS H-9100

Model No. H-9100

B U H 3 2026.03.06

Sample Received Date Mar. 6, 2026

Fof e 00 H 391 2026.03.06-2026.03.12

Testing Period Mar. 6, 2026 to Mar. 12, 2026

RUE -2 HRAEZE R, X TR AR S K RCE IR (PFOA), 4 #F ez (PFOS) BEATIIA - AL
nspection & I

Test Requested As specified by client, to test Perfluorooctanoic Acid(PFOA), Perfluorooctane

Sulfonates(PFOS) in the submitted sample(s).
KK IE /AR HZ W T

Test Method/Test Result(s) Please refer to the following page(s).

Date 2026.03.12

No. R179753860
TR BRYITH 5 2 DO 2B M AR A (X AR AR R

Shenzhen City, Guangdong Province, P.R. China
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A Test Method
il NN IAA A%
AT H W7 2% Measured
Test Item(s) Test Method Equipment(s)
IR ZH#DIN CEN/TS 15968:2010 LC-MS-MS
Perfluorooctanoic Acid(PFOA) Refer to DIN CEN/TS 15968:2010
RS R ZZDIN CEN/TS 15968:2010 LC-MS-MS
Perfluorooctane Sulfonates(PFOS) Refer to DIN CEN/TS 15968:2010

RMlZE R Test Result(s)

‘ ZE R Result
TRINHE Tested Item(s) H%OW FER R MDL
45 F R Perfluorooctanoic Acid (PFOA) N.D. 0.010 mg/kg
. 253 Result
WAIE Tested Item(s) ”%007 FERY R MDL
A PRE Bl Perfluorooctane Sulfonates N.D. 0.010 mg/kg
(PFOS)
FE & /B AR Sample/Part Description

FFE  CTIREFID ik

No. CTI Sample ID Description

1 007 gtahss (THE)

Green ink(dry weight)

#HUE: -N.D. = Rt CNTI7Aa )
-mg/kg = ppm = H i3z —

Remark: -MDL = Method Detection Limit
-N.D. = Not Detected (<MDL)
-mg/kg = ppm = parts per million

R RGP EIR SR AR B DUNHREREH. SR REENA.
Note: The testing data and result(s) in this report is(are) just for scientific research, education, internal

quality control and product development etc.
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i F A LI FRI/E S 75 i , _
Ff i ) L AR
. Extracted with organic solvent —

Sample preparation in an ultrasonic equipment Concentrate the extract

F LC-MS-MS /M AFIGERERE BRI R ERA
Make up with {—  Transfer the extract into a

Analyzed by LC-MS-MS . ,

organic solvent volumetric flask

\:&, " SKN/



CTI Em S "y

S

Parand

SR
Test Report

WEHRS  A2260156918101007E
Page 4 of 5

Report No. A2260156918101007E
o im B A
Photo(s) of the sample(s)
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75 B Statement::

1 ARG NS T “EHE MRS W= TG
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. MEH KA A AARRSNE . BRI E B I IR AL, HE R RO R S R B, CTURAZSEH S,
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. AR A I 45 RAUK 32 AL A5 5
The result(s) shown in this report refer(s) only to the sample(s) tested;

4. BAERAF W, 175 S HBILAC-G8:09/2019 / CNAS-GLO015:2022 1 Fi ] #1457 (W=0) — e & FU 34T 75 A M 5
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. RACTIHm AR, MMFEIEHIAMRL
Without written approval of CTI, this report can’t be reproduced except in full;

6. Wk HRR N B ST ABR A ER, Uik,
In case of any discrepancy between the English version and Chinese version of the reports (if generated), the
Chinese version shall prevail.

o g

*** End of report ***

NA: B
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