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WMERLAFZHR  EINTE RBOCRHE A AR A
Company Name SHENZHEN RONGDA PHOTOSENSITIVE SCIENCE & TECHNOLOGY CO.,
shown on Report LTD

#o hk PRINTH 5 2 X AR IRAETE B B AL DR BKTE 71-5 5 301 (1-3 J2)
Address FLOOR 1-3 ,XINTIAN ROAD 71-5,FUHAI STREET,BAO’AN

DISTRICT,SHENZHEN CITY

PAF IR 2 4 dh B it i 45 8. B B R AL RN
The following sample(s) and sample information was/were submitted and identified by/on the behalf of
the applicant

=R TS O BRI 25

Sample Name Liquid photosensitive solder resist ink
A H-8100/H-8100B  #ifh

Model No. H-8100/H-8100B %

ERCEERE 2026.05.28

Sample Received Date ~ May 28, 2026

FE R H 1 2026.05.28-2026.06.03

Testing Period May 28, 2026 to Jun. 3, 2026

AP & Test Conducted:

TR¥E2e B FRE EOR,  BARERPE N T — T,
As requested by the applicant. For details refer to next page(s).

#4518 Test Conclusion AT H ARG 0 465 35 S GB 38507-2020 il 88 Fh il 5 & M ML &4
(VOCs) & 12 I FRAEL v 7] ntr 8- BN o 5 1) PRAB 225K
The results of the test items shown on the report comply with the required
limits of solvent-based screen ink in GB 38507-2020 Limits of volatile organic
compounds (VOCs) in printing ink.

. H
3 i’i H d 2026.06.03

Date

EXE
B 7N\ Lab Authorized
Signatory

No. R200821866
%ﬁ%«%ﬂ%&%ﬂ YEBRA RIS AT ARG LTS X AR KB 7R 8 5 2 kR EKJE 501 =, 902 =
esti grnational Group Co.,Ltd. Shunde Branch

Room 501, 902, Yongying Building,Section 2, No.8, East of Ronggi Avenue,Ronggui,Shunde District,Foshan,Guangdong,China
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MRFEE Executive Summary:

WAZR WAL R
TEST REQUEST CONCLUSION
GB 38507-2020 i 5 H [ #E R PEA ML GHI(VOCSs) & & HIFRME Limits of volatile
organic compounds (VOCs) in printing ink

- R AP A4 (VOCs) Volatile Organic Compounds(VOCs) L PASS

e (NP6 Zom i 45 F3m 2 (AN 2 ) BRAEZEK .
PASS (FAIL) means that the results shown on the report (do not) comply with the required limits.
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Fxxkkkkxkkxk*x Eor further details, please refer to the following page(s) ********xkxsk
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GB 38507-2020 JhB oAl E R HEENALEYI(VOCS) EE IR/ Limits of volatile organic compounds
(VOCs) in printing ink
V R EHHALEYI(VOCs)\Volatile Organic Compounds(VOCs)

M757%: GBI/T 38608-2020 ik A; MulANA:: SOUEIRMAE, HTRF, RRTAKDL

Test Method: GB/T 38608-2020 Appendix A; Test Equipment: Oven,Electronic balance,KF moisture meter

45 L v
WA 35 R:sult FERIR | OB | s
Test Item(s) MDL Limit Unit

002
EREAIULEY) Volatile
Organic Compounds(VOCs)

15.8 0.2 <75 %

%7 Remark:
- IRYEE AW, I TR SR X B AR
According to the client’s statement, the tested product is solvent-based screen ink.
- MDL = Jj7%4 HiFR Method Detection Limit
- fEEFM: 100C, 2.5h.
Constant weight condition: 100 °C, 2.5h.

BE G BRI REIR Sample/Part Description
FF'5  CTIEEM ID  fiik
No. CTI Sample ID  Description
1 002 LREN(TEN
Yellow liquid
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Photo(s) of the sample(s)
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j B Statement:

1 ARIRE LA N T L& LR W5 = 3G
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. WEIKRA R LIREIMUE . A5 ARG B R E R AL, BE R RO B S 9T, CTI RZSE S
e
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by
the applicant who should be responsible for the authenticity which CTI hasn’t verified,

3. AR AR £ BN B2 AL 45T
The result(s) shown in this report refer(s) only to the sample(s) tested;

4. BAERB U, RS ILAC-G8:09/2019 / CNAS-GLO015:2022 i I faj sz (w=0) =i EEAT
6143 72, Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for
Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. R& CTI HilFE, ARES SRR,

Without written approval of CTI, this report can’t be reproduced except in full;

6. WHkE TR AR S P XARE ER, DRSO,

In case of any discrepancy between the English version and Chinese version of the reports (if generated),
the Chinese version shall prevail.

*Kk*k ?&%%ﬁi *k*k
*** End of Report ***
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