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MERLAR LR WY B RBOCRHE R AR A
Company Name SHENZHEN RONGDA PHOTOSENSITIVE SCIENCE & TECHNOLOGY CO., LTD
shown on Report

b | N TP 52 22 X AR 3T AL X KiE 71-55301 (1-32)
Address FLOOR 1-3 ,XINTIAN ROAD 71-5,FUHAI STREET,BAO'AN DISTRICT,SHENZHEN
CITY

DA U 2 R & B A5 B ol R I 2 1R AL A

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

=Y i WA RO AR

Sample Name Liquid photosensitive solder resist ink

RS H-8100/H-8100B 8BL60HF

Model No. H-8100/H-8100B 8BL60HF

B U H 3 2026.07.20

Sample Received Date Jul. 20, 2026

Fof e 00 H 391 2026.07.20-2026.07.24

Testing Period Jul. 20, 2026 to Jul. 24, 2026

RUE -2 A2 R, X PR AR S A (As), Bk (Be), B, 4#CEMR (PFOA), A9 bt
P2 (PFOS) AT WA Lieend

Test Requested As specified by client, to test Arsenic(As), Beryllium(Be), Halogen(s), Perfluorooctanoic
Acid(PFOA), Perfluorooctane Sulfonates(PFOS) in the submitted sample(s).

oK /A 45 R HZ W T

Test Method/Test Result(s) Please refer to the following page(s).

Date

. _
47 1% oM 2026.07.24

s %
FARZH Technical Manager No. R179752467
J7ARAE RN T 5222 DX 2 A0 D 2R L X A8 A I KR
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% Conclusion

AR RIBIRAE/1ES el
Tested Sample According to standard/directive Result
ek %R - P

Submitted Sample (C1), 8 Br)
Client's limit — PASS

Chlorine (CI), Bromine (Br)

B L L L e L R L L o R L S L S A e e R R e e e e o S R R R R
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K HE Test Method

PRI B HRRWAReS ﬂ;ﬁﬁg

Test Item(s) Test Method

Equipment(s)

Perfluorooctane Sulfonates(PFOS)*

Refer to EN 17681-1:2025

i 2:2US EPA 3052:1996 & ICP-OES
Arsenic(As) US EPA 6010D:2018
Refer to US EPA 3052:1996 &
US EPA6010D:2018
B 22US EPA 3052:1996 & US EPA 6010D:2018 ICP-OES
Beryllium(Be) Refer to US EPA 3052:1996 &
US EPA6010D:2018
X 2 EN 14582:2016 IC
Halogen(s)
R ZEN 17681-1:2025 LC-MS-MS
Perfluorooctanoic Acid(PFOA)* Refer to EN 17681-1:2025
R e AR ZHEN 17681-1:2025 LC-MS-MS

KrdZE R Test Result(s)

e # 8 Result
JETE Tested Item(s) a oL FEER R MDL
fitf Arsenic (As) N.D. 10 mg/kg
% Beryllium (Be) N.D. 2 mg/kg
g v

JURTE Tested Item(s) il TR H R PR

001 MDL Limit
K% Halogen(s)
. Fluorine (F) N.D. 10 mg/kg /
. Chlorine (CI) 204 mg/kg 10 mg/kg 900 mg/kg
7= Bromine (Br) N.D. 10 mg/kg 900 mg/kg
fi lodine (1) N.D. 10 mg/kg /
Mt (& +HR) Total (CI + Br) 204 mg/kg / 1500 mg/kg
, £ R Result
WA E Tested Item(s) n%om FERHR MDL
491 Perfluorooctanoic Acid (PFOA)* N.D. 0.010 mg/kg
. £ 8 Result
MR E Tested Item(s) u%001 5k PR MDL
A5 IR Perfluorooctane Sulfonates N.D. 0.010 mg/kg
(PFOS)*
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BEF /B AR Sample/Part Description

e CTIREHID iiipay
No. CTI Sample ID Description

1

HiE:

Remark:

R

Note:

001 W (FE)
Blue ink(dry weight)

TR, SR TIER A

~JUEAE S 2T 105°C RS 2/ R

-N.D. = Rt UMFI7rE i iR)

-mg/kg = ppm = H{ JisrZ—

The sample(s) had been dissolved totally tested for Arsenic, Beryllium.
-The sample was tested after drying for 2 hours under 105<C.

-MDL = Method Detection Limit

-N.D. = Not Detected (<MDL )

-mg/kg = ppm = parts per million

- “H” R B /THEAFECNASIAAT T A -

-AREPHIBAELS RERF. HF. DIATRERES] A= SRS KA.

-“*”indicates the item(s)/method(s) is (are) not in CNAS accreditation scope.
-The testing data and result(s) in this report is(are) just for scientific research, education, internal
quality control and product development etc.

SR AT 4

ano .
e, /s

HTvice
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RKEFAE Test Process

1. fiH(As), BE(Be)
Arsenic(As), Beryllium(Be)

B 50 HKTW
Page 5 of 7

R ERAL T BT A A 7 {2 R T AP e R
eigh sample and place it in a :> Add digestion reagent :> Digest 3;111131_: in microwave
microwave digestion vessel digestion oven

FA e Ak
e P
ICP-OES o . oo ry Ashing/ .
M s FR TR E = Alkali Fusion/ Residue ot uE
Analyzéd by { Make up with Acid Dissolution <: o
ICP-OES deilonized water — Filtration
e
Solution
2. HWR
Halogen(s)
il ¥ i fE S P ARG
> — Combust th lei
Pl‘epare Sample — -'\VEIgh sample omons € sampile m
oxygen bomb
Bt ot 1 1C 73 EH
— —
DATA Analyzed by IC Dilute to volume

3. &FMFM(PF0A), LFFHEMHEM (PFOS)

Perfluorooctanoic Acid(PFOA), Perfluorooctane Sulfonates(PFOS)

B 2

Sample preparation

A5 R B M T A e 7 v 2 Y
::> Extracted with alkaline methanol in an

ultrasonic conditions

1l

]l LC-MS-MS 43 #1

Analyzed by LC-MS-MS

W CER T PH AL R 6-7, FIKE
K Adjust the pH to 6-7 using acetic acid and then

make up the volume with water

NZ T 004N N/



CTI E 0 48 S

S

AR
Test Report

A2260608360101001E e HTH
Page 6 of 7

WwEm S
A2260608360101001E

Report No.
R LA

Photo(s) of the sample(s)

BT AT
Before drying
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HH Statement:

AR TCHAENSE 7 < B SR i g T o AL

This report is considered invalid without approved signature, special seal and the seal on the perforation;

AR A AAFR SHIE . A AR B B R AL, HE R RO L S R B, CTURAZSEH S,

The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the

applicant who should be responsible for the authenticity which CTI hasn’t verified;

AR S I 5 SRANONS S DA i A 58

The result(s) shown in this report refer(s) only to the sample(s) tested;

BAEA A, 5 SEILAC-G8:09/2019 / CNAS-GLO15:2022/ FH ] #4552 (w=0) — 7G4 & FL BT 245 & M) 52

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance

Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

ARECTIHHFEE, AMFE»EHIAHR S

Without written approval of CT]I, this report can’t be reproduced except in full;

ks PRI N B S AR A E R, Oy,

In case of any discrepancy between the English version and Chinese version of the reports (if generated), the
Chinese version shall prevail.

***j:& 'ﬂj: é:é:ﬁ*-k*

*** End of report ***

7/ B 2
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