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WERLARLR  RIITTERBOCRHR A R A 5
Company Name SHENZHEN RONGDA PHOTOSENSITIVE SCIENCE & TECHNOLOGY CO., LTD
shown on Report

o 4 TR 5 22 X AR AT BT B AL DR FORTE71-5'5°301 (1-3/2)
Address FLOOR 1-3 ,XINTIAN ROAD 71-5,FUHAI STREET,BAO'AN DISTRICT,SHENZHEN
CITY

PATF MR i SR /5 B B R R AR R A
The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

=R B FOMR

Sample Name Developer

A RD-CDE40 %71

Part No. RD-CDE40 %41

FE B2 301 2022.06.22

Sample Received Date Jun. 22, 2022

BRI H 3 2022.06.22-2022.06.25

Testing Period Jun. 22, 2022 to Jun. 25, 2022

R E R WRYEZ SV ESR, XFFr R A RE B A (PD), 4R8(Cd), K(Hg), NI (Cr(VI)), £iR
HX#(PBBs), %1 —KIj¥(PBDEs), <2 . HE2IiE(DBP, BBP, DEHP, DIBP)ZAT Il Irspecton &

Test Requested }Aﬁsospecified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent

Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).

R TR S 5 R HZ T
Test Method/Test Result(s) Please refer to the following page(s).

B2 o 1. &7

Reviewed by
1 VR T Ao
Date 2022.06.25
S SR
o ‘\'\Q{/ HiARZ# Technical Manager No. R179755885
RS A0 e 1 R 7 PR YIS 5 5 DX ST D AR AL I S K

TPestigInternational Group Co.,Ltd.
ibeifig, Xing Dong Community, Xin'an Sub-district, Bao'an District, Shenzhen City, Guangdong Province, P.R. China

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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ZE# Conclusion

T3 RIEIRAE/HE 4 g
Tested Sample According to standard/directive Result
BRAZHE i Kk B RoHSH44-2011/65/EU 1% H 41T 45 4 (EU) e
Submitted Sample 2015/863
RoHS Directive 2011/65/EU with amendment PASS
(EU) 2015/863

*hkkkhkhkkkhkkhkhkkhhhkhkhkhhkhkhhhkhhihkhhhhkhhihkhhhhkhhrhkhhhhkrhhkhkhrhhkrrhkhkhrhhkrrhkhkhrhhkrhhkhkhihhrihhkiiihkik

TG ForR L SR 2 K IROHS 4R 4-2011/65/EU 1 JLA£ T 47 4-(EU) 2015/863% 3K ff LA .

PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment
(EU) 2015/863.
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Report No. A2220257043101002E Page 3 of 8
KM AEHE Test Method
SIS S VR NES
BRI H Wi 77 7% b
Test Item(s) Test Method Equipment(s)
B IEC 62321-5:2013 ICP-OES
Lead (Pb)
i IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
K IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
AY/IX:: IEC 62321-7-2:2017 UV-Vis
Hexavalent Chromium (Cr(V1))
ZIRIBR IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
2R KTk IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
R i1 IEC 62321-8:2017 GC-MS
Phthalates (DBP, BBP, DEHP, DIBP)

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Report No. A2220257043101002E Page 4 of 8

M LER Test Result(s)

WRIAH Tested Item(s) 43 Result TR IR BE{E
MDL Limit

Hr Lead (Pb) N.D. 2 mg/kg 1000 mg/kg

% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg

78 Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg

NS Hexavalent Chromium (Cr(V1)) N.D. 8 mg/kg 1000 mg/kg

WRIAE Tested Item(s) %3 Result TTEER R IKE{E
MDL Limit

ZREEZE Polybrominated Biphenyls (PBBs)

—JRIEZ Monobromobiphenyl N.D. 5 mg/kg

TJRECR Dibromobiphenyl N.D. 5 mg/kg

= JRELZE Tribromobiphenyl N.D. 5 mg/kg

VURELZK Tetrabromobiphenyl N.D. 5 mg/kg

FLRELCZE Pentabromobiphenyl N.D. 5 mg/kg 1000 mg/kg

JNIREEZE Hexabromobiphenyl N.D. 5 mg/kg

-LIREEE Heptabromobiphenyl N.D. 5 mg/kg

JUIRECR Octabromobiphenyl N.D. 5 mg/kg

JLIRIEZL Nonabromobiphenyl N.D. 5 mg/kg

+¥REZE Decabromobiphenyl N.D. 5 mg/kg

WRILE Tested Item(s) R Result 77 BRI RR IKE{E
MDL Limit

Z R _F® Polybrominated Diphenyl Ethers (PBDES)

— R 2Kk Monobromodiphenyl ether N.D. 5 mg/kg

TR _KWF Dibromodiphenyl ether N.D. 5 mg/kg

=R —ZKlF Tribromodiphenyl ether N.D. 5 mg/kg

V0¥ — <M Tetrabromodiphenyl ether N.D. 5 mg/kg

TR M Pentabromodiphenyl ether N.D. 5 mg/kg 1000 mg/kg

7NIR KT Hexabromodiphenyl ether N.D. 5 mg/kg

L Il Heptabromodiphenyl ether N.D. 5 mg/kg

J\IR 2K l# Octabromodiphenyl ether N.D. 5 mg/kg

JLIR —2KEk Nonabromodiphenyl ether N.D. 5 mg/kg

+R 2K Decabromodiphenyl ether N.D. 5 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Report No. A2220257043101002E Page 5 of 8

M LER Test Result(s)

PRI E Tested Item(s) Z 3R Result TR IR BE{E
MDL Limit

48— EREE Phthalates (DBP, BBP, DEHP, DIBP)

LR HER T g Dibutyl phthalate N.D. 50 mg/kg 1000 mg/kg

(DBP)

CAS#:84-74-2

A2 R T IR Butyl benzyl N.D. 50 mg/kg 1000 mg/kg

phthalate (BBP)

CASH#:85-68-7

AR R —(2- 2.5 C B N.D. 50 mg/kg 1000 mg/kg

Di-(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

K W55 THE Diisobutyl N.D. 50 mg/kg 1000 mg/kg
phthalate (DIBP)

CAS#:84-69-5

FE /AL IR E A

Sample/Part Description Transparent liquid

EE: XFFAeE, R, RZEmBEHRTE.
-N.D. = Rt (DTI7iEkthiR)
-mg/kg = ppm = H iz —
-1000 mg/kg = 0.1%
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
-1000 mg/kg = 0.1%

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com

\8 il 470 1008 N



CTI IE 18

AR &
Test Report

WEHS  A2220257043101002E %6 1 Jhg

Report No. A2220257043101002E Page 6 of 8
RPFFE Test Process
1. #5(Pb), #(Cd)
Lead (Pb), Cadmium (Cd)
BB Al T 28 5 P BN Ak 77 34 R
Weigh Siipiiz;:: place it ::> Add digestion reagent ::> Digest the sample
FA AR A el
H [CI;'HOES ERTHKERF A]lgli ;1]1:11511 Residue .
Gk (: Make up with Acid Dissolution (:: .
Analyzed by deionized water Filtration
ICP-OES cromzed water o
HW
Solution
2. 7K(Hg)
Mercury (Hg)
R ECRE A T P AR B A A ) e U T A o I R
Weigh sample and place itin a ::> Add dieestion reacent ::> Digest sample in microwave
microwave digestion vessel £ £ digestion oven
FAR &/ R A
JriAb B — it
H ICI;—OES 2B TR S A]zcali Fusl.iou-" Residue .
AT . Acid Dissolution T3k
Mak ith (‘:|
Analyzed by — .a leup Wi . <:: Filtration
ICP-OES deionized water .
|'ﬁl‘|’i§
Solution
3. AHME&(Cr(VI))
Hexavalent Chromium (Cr (V1))
PREMF ST HF RN T3 R X o
Weigh sample and place it — n '}Ik i ﬁ;‘g B — TH R B
in a vessel Add digestion reagent Digest the sample

1
A, it

A5 pH E

«“——  Adjust the pH value {——

AN

/AN VR A\ Y 4

AN

; F—— —

Add test solution of the solution Cool and filter
VB pH {E HEBTIKER i UV-Vis 407
Adjust the pH value j > Make up with .

of the solution deionized water Analyzed by UV-Vis

Hotline:400-67
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4. ZWBLFE(PBBs), LR _FEX(PBDES)
Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDESs)

REFEMRTES D FA BLIE 7 3R YRR RE B
Weigh le and pl — Extracted with
eigh sample and place xtracted wi Concentrate the extract
it in a thimble organic solvent
Make up wat Transfer the extract into a
— ke up with fer tl i
Analyzed by GC-MS . .
organic solvent volumetric flask

5. 4f% —HE&#k(DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)

EFMTEES FA LB FIAE AT AL
Weigh sample and place —" Extracted with
g P P " Concentrate the extract
it in a thimble organic solvent
— Make up with Transfer the extract into a
Analyzed by GC-MS . .
organic solvent volumetric flask
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Fan B A

Photo(s) of the sample(s)
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2 3 4. SHIGETENG G ¥

“B B LAk S AR R TR

This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. AR A AT ML B AR R R

HIFIEE SO, HIEE RO E ST, CTURIZSEH:

The Company Name shown on Report and Address, the sample(s) and sample information was/were provided
by the applicant who should be responsible for the authenticity which CTI hasn’t verified,
3. AR R & SR SZ A i A7 5 5

The result(s) shown in this report refer(s) only to the sample(s) tested;

4. RECTIBMmFAE, Ay ZHIAMRE;

Without written approval of CT1I, this report can’t be reproduced except in full;

5. IR HISESC N A S RSO R E 5

Phrp s

In case of any discrepancy between the English version and Chinese version of the testing reports (if
generated), the Chinese version shall prevail.

****&%: é:é:;ﬁ***
*** End of report ***

Hotline:400-6788-333

www.cti-cert.com
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