CTI £ 48 S

\‘\\\\\"I”,'u’,//

S~
E : NS
NS

“, 2
202219013266 KM

TR &
Test Report

A AT
EFRE A

CNAS .
Sl

CNAS L5130

1A

i a=F R A2250947818101001ER1 g 1 3t
Report No. A2250947818101001ER 1 Page 1 of 4
WEBKATLHR  FEYIHEKBCRERE R A A

Company Name
shown on Report
Mo Hb
Address

SHENZHEN RONGDA PHOTOSENSITIVE SCIENCE & TECHNOLOGY CO.,

LTD
TRYI T 5 22 DA M A0 3 FE A DX FH KO 71-5 5 301 (1-3 &)
FLOOR 1-3 ,XINTIAN ROAD 71-5,FUHAI STREET,BAO’AN

DISTRICT,SHENZHEN CITY

DA U2 B B R A A B BB R AR

The following sample(s) and sample information was/were submitted and identified by/on the behalf of

the applicant

FE il 445 TRAS B BE IR I 5

Sample Name Liquid photosensitive solder resist ink
BRI S H-9100 SPGHF016

Model No. H-9100 SPGHF016

B H 2025.12.18

Sample Received Date  Dec. 18, 2025

BRI H 3 2025.12.18-2025.12.24

Testing Period Dec. 18, 2025 to Dec. 24, 2025

WA A Test Conducted:

MRAEE G ER, HARERTEN T — 0,
As requested by the applicant. For details refer to next page(s).
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(VOCs) &2 fRYFRARL F i 771 i 55 -5 5 BTl it 55 ) PR 225K

The results of the test items shown on the report comply with the required
limits of solvent-based ink-jet ink in GB 38507-2020 Limits of volatile organic

compounds (VOCs) in printing ink.
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WG E Executive Summary:
PAER WA R
TEST REQUEST CONCLUSION

GB 38507-2020 jth s Al A MEA HUL S PI(VOCs) & B AIIRME Limits of volatile
organic compounds (VOCs) in printing ink

- 8 R YA WAL A HI(VOCs) Volatile Organic Compounds(VOCs) & PASS

Fiar (R 6 Kl 45 58305 /2 (i 2) IRIEEE K
PASS (FAIL) means that the results shown on the report (do not) comply with the required limits.
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GB 38507-2020 JHRBFAIERMEEINEYI(VOCS)SERIFB/E Limits of volatile organic compounds
(VOCs) in printing ink
V#E R EFHAEYI(VOCs)Volatile Organic Compounds(VOCs)
MATJ57%: GB/T 38608-2020 Ffisk As MHKAACAS: SOEIRMAE, TR, RIRGEMIKIIX
Test Method: GB/T 38608-2020 Appendix A; Test Equipment: Oven,Electronic balance,KF moisture meter

& . .
AT H Result JTERHIR | BRE |
Test Item(s) o MDL Limit Unit
R &%) Volatil
T$7if. AHALED Volatile o . — o
Organic Compounds(VOCs)

#%VE Remark:
- ARYEE R, AR VA R SR - S B 25 .
According to the client’s statement, the tested product is solvent-based ink-jet ink.
- MDL= Jji%fa iR Method Detection Limit
- fEEZfF: 100°C, 4h.
Constant weight condition: 100 °C, 4h.

FE G /ARAL IR Sample/Part Description
FF5  CTIFEMID  #iid
No. CTI Sample ID  Description
1 001 LR AR
Green liquid

TERE Note:
AHREF IR A (R E WS A2250947818101001E) F= fith H A& T 4 30 A& & H 5
A2250947818101001E, HAMREZE R Z HE, JFHRE A2250947818101001E f 1% .
This testing report revised the full text based on the original report of No. A2250947818101001E. This

testing report displaces the original one which was invalid since the date of this testing report released.
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Photo(s) of the sample(s)
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75 B Statement:
1. ARETHAENGET . B & kG Y 5 TRk
This report is considered invalid without approved signature, special seal and the seal on the perforation;
2. REHRA T ARSI AR SRR S SR, HEE RO R S 45T, CTI ARAZ S sk
7
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by
the applicant who should be responsible for the authenticity which CTI hasn’t verified;
3. AR RN SRR 32 A T 45T 5
The result(s) shown in this report refer(s) only to the sample(s) tested;
4. BRAEAA U, 5 S ILAC-G8:09/2019 / CNAS-GLO015:2022 i F fa B8z32 (w=0) o5 Mg AT
A ;s
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for
Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;
5. RZ CTI B[R, A AR,
Without written approval of CTI, this report can’t be reproduced except in full;
6. WREHHECNES P XCNERZR, PO,
In case of any discrepancy between the English version and Chinese version of the reports (if generated),
the Chinese version shall prevail.
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*** End of Report ***
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