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MERLAR LR WY B RBOCRHE R AR A
Company Name SHENZHEN RONGDA PHOTOSENSITIVE SCIENCE & TECHNOLOGY CO., LTD
shown on Report

b | N TP 52 22 X AR 3T AL X KiE 71-55301 (1-32)
Address FLOOR 1-3 ,XINTIAN ROAD 71-5,FUHAI STREET,BAO'AN DISTRICT,SHENZHEN
CITY

DA U 2 R & B A5 B ol R I 2 1R AL A

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

B i 2R VRS RO R

Sample Name Liquid photosensitive solder resist ink

=Rt H-9100%% 475 ¢ 3

Model No. H-9100%¢ (070 < &

B U H 3 2026.01.09

Sample Received Date Jan. 9, 2026

Fof ke 00 H 391 2026.01.09-2026.01.13

Testing Period Jan. 9, 2026 to Jan. 13, 2026

LRl HRAE 2 SR, X PITRASHE i b ) s R AT I ‘
Test Requested As specified by client, to test Halogen(s) in the submitted sample(s). peiond |
R R4 /R T 45 3R HE W T

Test Method/Test Result(s) Please refer to the following page(s).

Date

. _
£/f B 17 oM 2026.01.13

s %
FARZH Technical Manager No. R179751391

T2RA BRYITH 5 2 DO 2B M R A X A TG R R

Shenzhen City, Guangdong Province, P.R. China
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% Conclusion

W IRIEAAE/ 184 srm
Tested Sample According to standard/directive Result
SESCRE HIRME - ity

Submitted Sample (C1), 8 Br)
Client's limit — PASS

Chlorine (CI), Bromine (Br)
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BIAKIE Test Method
ST MR 7 1 ﬂ;ﬁﬁi

Test Item(s)

Test Method

Equipment(s)

K% EN 14582:2016 IC
Halogen(s)
HMZE R Test Result(s)
il ZiR Result T H R FRE
¥l Tested Item(s H !
il & 003 MDL Limit
K #& Halogen(s)
. Fluorine (F) 76 mg/kg 10 mg/kg /
. Chlorine (CI) 319 mg/kg 10 mg/kg 900 mg/kg
7R Bromine (Br) N.D. 10 mg/kg 900 mg/kg
f lodine (1) N.D. 10 mg/kg /
Bt (&+R) Total (Cl + Br) 319 mg/kg / 1500 mg/kg
FE& /B A58 Sample/Part Description
F5 CTIFE AR ID Rk
No. CTI Sample ID Description
1 003 Rt (TED
Green ink(dry weight)
BIE: —P A R 225 105 C HEFE 2/ N JE TR
-N.D. = ARt CNTI7Aa )
-mg/kg = ppm = H iz —
Remark: -The sample was tested after drying for 2 hours under 105<C.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL)
-mg/kg = ppm = parts per million
R FREPREIRSRUR. B SATREES. STtk ER KA.
Note: The testing data and result(s) in this report is(are) just for scientific research, education, internal

quality control and product development etc.
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KR Test Process
R EbE A T L AR e
Weigh and place sample ina  — — Combust the sample in
B P P Fill the bomb with oxygen [ g
sample cup of bomb oxygen bomb
i 1C A4 Rk o S B R
N Make up with K—  Transfer the sample solution
Analyzed by IC ultra-purity water into a volumetric flask

it %790 00 Y/

=3
g
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Photo(s) of the sample(s)
1 Before drying
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75 B Statement::

1 AR AN T B & LS i dE B 3G
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. MEH KA A AARRSNE . BRI E B I IR AL, HE R RO R S R B, CTURAZSEH S,
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. AR AN 45 RO 52 AR i 7 DT
The result(s) shown in this report refer(s) only to the sample(s) tested;

4. BAERAF W, 175 S HBILAC-G8:09/2019 / CNAS-GLO015:2022 1 Fi ] #1457 (W=0) — e & FU 34T 75 A M 5
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. RACTIHHEFE, A EHIARL:
Without written approval of CT]I, this report can’t be reproduced except in full;

6. Wk HRR N B ST ABR A ER, Uik,
In case of any discrepancy between the English version and Chinese version of the reports (if generated), the
Chinese version shall prevail.

o g

*** End of report ***

N s



		2026-01-13T16:42:39+0800




