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WEHBRLAF LR I ERECRHR A A PR A 7
Company Name SHENZHEN RONGDA PHOTOSENSITIVE SCIENCE & TECHNOLOGY CO., LTD
shown on Report

p: (A v TRIN T 5 22 X AR AT T FH A DT KB 71-55301 (1-32)
Address FLOOR 1-3 ,XINTIAN ROAD 71-5,FUHAI STREET,BAO'AN DISTRICT,SHENZHEN
CITY

DA U 2 i Bee A5 B ol B i 2 R A6 A

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

B i 2R VRS RO B

Sample Name Liquid photosensitive solder resist ink
FE it A5 H-9100

Model No. H-9100

R U H 3 2025.11.11

Sample Received Date Nov. 11, 2025

TR ARSI 1 34 2025.11.11-2025.11.15

Testing Period Nov. 11, 2025 to Nov. 15, 2025

MR A A Test Conducted:
RIFE R R EER, HAARERENL T —T.

As requested by the applicant. For details refer to next page(s).

Inspection & T

Date

£/f 17 S 2025.11.15

K 5

HiARZH Technical Manager No. R179754943

T2RA BRYITH 5 % DO 2B M AR A (X AR AR R

Shenzhen City, Guangdong Province, P.R. China
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MR E Executive Summary:

TAZR WRER
TEST REQUEST CONCLUSION
SR ERORE A B B (TSCA) 286 (h) M0y KT HRpAME . B RRPEM A (PBT) L2 5

R

Persistent, Bioaccumulative, and Toxic (PBT) Chemicals under US EPA Toxic Substances
Control Act (TSCA) Section 6(h)

- R TOREE il
Decabromodiphenyl Ether (DecaBDE) PASS
- AR BERR — 2K =
Phenol, Isopropylated Phosphate (PIP (3:1)) PASS
- 2,4, 6-=HUT HIER TE
2,4,6-tris(tert-butyl) phenol (2,4,6-TTBP) PASS
- ORNET T
Hexachlorobutadiene (HCBD) PASS
- SR L
Pentachlorothiophenol (PCTP) PASS

************ﬁgQHE]Q:!D:%’ i%ﬂ‘l:‘ﬁ*************
FxxFxkRxxAx** For further details, please refer to the following page(s) ******xxxskxx



CTI Em S "y

N |

R
Test Report

WERS  A2250834039101001E 3 O HE 7w
Report No. A2250834039101001E Page 3 of 7

EEIFRER YR IERNE (TSCA) 56 (h) Mo X FRFFAME . EW RPN EM (PBT) 425 B 1=
Persistent, Bioaccumulative, and Toxic (PBT) Chemicals under US EPA Toxic Substances Control Act (TSCA)

Section 6(h)

V18 — E/EDecabromodiphenyl Ether (DecaBDE)

M 7% Z%US EPA 3550C:2007 & US EPA 8270E:2018; MIiX{X#&: GC-MS
Test Method: Refer to US EPA 3550C:2007 & US EPA 8270E:2018; Test Equipment: GC-MS

WHT H 4k B Result (mg/kg) F7 K R B4 Limit
Tested Item(s) 001 MDL (mg/kg) (mg/kg)
+¥ — 7k Decabromodiphenyl N.D. 5 1000
Ether (DecaBDE)

#%¥E Remark:

- MDL = J5 A% B Method Detection Limit

- N.D. = KA Not Detected (/T 7724 Hi iR <MDL)

- mg/kg =ppm = A Ji4rZ— parts per million

T BUBRAEE H AR S AN AR S IR 2Rk (DecaBDE) MUTE L, @A &
BN EERR AT S I E B .
The limit applies to the situation where Decabromodiphenyl Ether (DecaBDE) is not intentionally
added to the product or article. It is recommended to verify the addition of these substances through the
supply chain.

- DRI 105°C b 2/N JE K. The sample was tested after drying for 2 hours under 105<C.

v 2 5 AL BERE = ZE % Phenol, Isopropylated Phosphate (PIP (3:1))

MR S%US EPA 3550C:2007 & US EPA 8270E:2018; M3 X 3%: GC-MS
Test Method: Refer to US EPA 3550C:2007 & US EPA 8270E:2018; Test Equipment: GC-MS

WA H #fi A Result (mg/kg) J7 R R B Limit
Tested Item(s) 001 MDL (mg/kg) (mg/kg)
7 A AL R — 2K lE Phenol, N.D. 5 1000
Isopropylated Phosphate (PIP (3:1))

#%7F Remark:

- MDL = J5 A% H B Method Detection Limit

- N.D. = Kk Not Detected (#/s T- 77 14 1B <MDL)

- mg/kg = ppm = [ /32— parts per million

- BEPRAEE AR AN AR SN R Y R BEIR = KR (PIP (3: 1)) WUfE L, @S
BRI BER N 5T AR L -
The limit applies to the situation where Phenol, Isopropylated Phosphate (PIP (3:1)) is not intentionally
added to the product or article. It is recommended to verify the addition of these substances through the
supply chain.

- AR R IE 105 CHEEE2 /N JE IR, The sample was tested after drying for 2 hours under 105<C.
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V2,4, 6- =T FHKE)2 4,6-tris(tert-butyl) phenol (2,4,6-TTBP)

M J7i%: Z%US EPA 3550C:2007 & US EPA 8270E:2018; MIiX{X#&: GC-MS
Test Method: Refer to US EPA 3550C:2007 & US EPA 8270E:2018; Test Equipment: GC-MS

WA H 4 R Result (mg/kg) Ji ik s PR PRAE Limit
Tested ltem(s) 001 MDL (mg/kg) (mg/kg)
2, 4, 6-=HUT HA N.D. 5 3000
2,4,6-tris(tert-butyl) phenol

(2,4,6-TTBP)

%7 Remark:

- MDL = J5 %46 H FR Method Detection Limit

- N.D. = KA Not Detected (/T J5 7245 Hi R <MDL)
- mg/kg =ppm= [H Ji4rZ— parts per million
- PRI 105°C b2/ JE K. The sample was tested after drying for 2 hours under 105<C.

V58T —#Hexachlorobutadiene (HCBD)

MAR J73: 2 #US EPA 3550C:2007 & US EPA 8270E:2018; i #%: GC-MS
Test Method: Refer to US EPA 3550C:2007 & US EPA 8270E:2018; Test Equipment: GC-MS

AT H 45 FResult (mg/kg) kR R PR {E Limit
Tested Item(s) 001 MDL (mg/kg) (ma/kg)
7NE& T )% Hexachlorobutadiene N.D. 5 N.D.
(HCBD)

#%7F Remark:

- MDL = J5 % Hi FR Method Detection Limit

- N.D. = K¥i i Not Detected (#N T 77 14 Hi B <MDL)
- mg/kg = ppm = H Jj4;Z— parts per million

- DARE RIS 105°C bR 2 /N JE IR, The sample was tested after drying for 2 hours under 105<C.

SR AT 4

ano .
e, /s

HTvice
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v L& ZE B Pentachlorothiophenol (PCTP)

M J7i%: Z%US EPA 3550C:2007 & US EPA 8270E:2018; MIiX{X#&: GC-MS
Test Method: Refer to US EPA 3550C:2007 & US EPA 8270E:2018; Test Equipment: GC-MS

Wt I H 4 R Result (mg/kg) J7 R R B Limit
Tested Item(s) 001 MDL (mg/kg) (mg/kg)
T ZEMWY Pentachlorothiophenol N.D. 5 10000
(PCTP)

#%VE Remark:

- MDL = J5i%4 Hi B Method Detection Limit

- N.D. = K& H Not Detected (/s T- 77 345 HU B <MDL)

- mg/kg=ppm= A Ji4rZ— parts per million

- PAEE T 105°C b2/ JE K. The sample was tested after drying for 2 hours under 105<C.

BE /BB ALHER Sample/Part Description

P CTIFAMID Eiiipa
No.  CTI Sample ID Description
1 001 LR (FHE)

Green ink(dry weight)

7B Note:

- RIREPEERS BRI, BeE. SR EES SRR EE A
The testing data and result(s) in this report is(are) just for scientific research, education, internal quality control
and product development etc.

NZ T 004N N/
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FF i B
Photo(s) of the sample(s)
HtT-1i Before drying
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A2250834039101001
HET 5 After drying
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HH Statement:

AR TCHAENSE 7 < B SR i g T o AL

This report is considered invalid without approved signature, special seal and the seal on the perforation;
AR A AARR SHIE . A AR B B B R AL, HE R RO S R B, CTURAZSEH S,

The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified,

o AR A DN 25 RO S DR I 7152 5

The result(s) shown in this report refer(s) only to the sample(s) tested;

. BAER A, 5 SEILAC-G8:09/2019 / CNAS-GL015:2022i ] a7 845252 (w=0) — Jo. 78 $U N HEAT 75 & P4

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

ARACTIBHEFR, A2 ZHAMRE
Without written approval of CTI, this report can’t be reproduced except in full;
RS AR SRS ABRA Z R, IO

In case of any discrepancy between the English version and Chinese version of the reports (if generated), the
Chinese version shall prevail.

***j:& 'ﬂj: é:é:ﬁ*-k*

*** End of report ***
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