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WMERKAR LR RN E KBRS A TR A
Company Name SHENZHEN RONGDA PHOTOSENSITIVE SCIENCE & TECHNOLOGY CO., LTD
shown on Report
: S TRYINT 5 22 X AR AT 18 B FE AL X KB 71-55-301 (1-32)
Address FLOOR 1-3 XINTIAN ROAD 71-5,FUHAI STREET,BAO'AN DISTRICT,SHENZHEN
CITY

PATF R 0 B A5 B e R SR LR IA

The following sample(s) and sample information was/were submitted and identified by/on the behalf of

the applicant

=R el

Sample Name Thinner

RS S-16#

Model No. S-16#

FEMEWH 2026.03.10

Sample Received Date Mar. 10, 2026

FE s H 3 2026.03.10-2026.03.16

Testing Period Mar. 10, 2026 to Mar. 16, 2026

R E R YRR EK, XA KM T B (Pb), 4% (Cd), 7k (Hg), A& (Cr(VD), £
IREKIK (PBBs), IR 7KK (PBDEs), &I —FHIELNE (DBP, BBP, DEHP, DIBP)#EATHI N\rsoectonT
Ao

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).

RRARSE /AR 55 R BHZ LTI

Test Method/Test Result(s) Please refer to the following page(s).

Date 2026.03.16
G %
FARZ I Technical Manager No. R179751871
FOEBAA it A B A J7ZRAB RN 5 22 DR 22 B T8 2R 4 X A ks ) DR
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%lﬁ Conclusion

TARE R, iR/ S s

Tested Sample According to standard/directive Result

R i I{K B ROHS 564> 2011/65/EU [ FoAE 1T 154 (EU) 7

Submitted Sample 2015/863
RoHS Directive 2011/65/EU with amendment PASS
(EU) 2015/863

st sk ot sk ot sk ot sk ok sk ot sk ot sk ot sk ot s o sk ok sk ok sk ot sk ok sk ok sk ot sk ok sk ok sk o sk ok sk ok sk o sk ok sk ok sk ot sk ot sk ot sk ok sk sk sk sk sk s ok sk st sk sk s sk ok sk sk sk sk sk sk ok sk ok sk sk sk sk ok kol sk sk sk sk ok ok
P B 2 G 45 SR 2 K B ROHS $E 4-2011/65/EU R JLAE 1T #64- (EU)  2015/863% KA FRAR -

PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment (EU)

2015/863.
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*ﬁﬁ}!ﬂ ﬁfﬁ%’ Test Method
— - . ’HI N VA
WA W WA
Measured
Test Item(s) Test Method Equipment(s)
Y IEC 62321-5:2013 ICP-OES
Lead (Pb)
] IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
Fid IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
AN IEC 62321-7-2:2017 UV-Vis
Hexavalent Chromium (Cr(VI))
ZIRIRIR IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
E2 SN IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AR Rl IEC 62321-8:2017 GC-MS
Phthalates (DBP, BBP, DEHP, DIBP)
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6 25 5 Test Result(s)

PRI H Tested Item(s) ZiR Result TR IR [
002 MDL Limit

Y Lead (Pb) N.D. 2 mg/kg 1000 mg/kg

#% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg

7K Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg

7NPTE% Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg 1000 mg/kg

VIR H Tested Item(s) 4R Result FVER H BR FRAE
002 MDL Limit

EALNSIS Polybrominated Biphenyls (PBBs)

—RBEIR Monobromobiphenyl N.D. 5 mg/kg

TREEZR Dibromobiphenyl ND. 5 mg/kg

—REEZR Tribromobiphenyl ND. 5 mg/kg

VUYREXA Tetrabromobiphenyl N.D. 5 mg/kg

TR Pentabromobiphenyl N.D. 5 mg/kg 1000 mg/kg

INVREKXZE Hexabromobiphenyl N.D. 5 mg/kg

LIREEZE Heptabromobiphenyl N.D. 5 mg/kg

JUREXZE Octabromobiphenyl N.D. 5 mg/kg

RN Nonabromobiphenyl N.D. 5 mg/kg

+VRELZE Decabromobiphenyl N.D. 5 mg/kg

WA H Tested Item(s) ZiR Result TR IR [RE
002 MDL Limit

£ J] — 5B Polybrominated Diphenyl Ethers (PBDEs)

— VR —ZKfF Monobromodiphenyl ether N.D. 5 mg/kg

TR KT Dibromodiphenyl ether N.D. 5 mg/kg

=R IR Tribromodiphenyl ether N.D. 5 mg/kg

VU R — 2 Tetrabromodiphenyl ether N.D. 5 mg/kg

FVR 7KW Pentabromodiphenyl ether N.D. 5 mg/kg 1000 mg/kg

75VR 2K EF Hexabromodiphenyl ether N.D. 5 mg/kg

LR R Heptabromodiphenyl ether N.D. 5 mg/kg

J\IR 2 Tk Octabromodiphenyl ether N.D. 5 mg/kg

JUIR 2K Nonabromodiphenyl ether N.D. 5 mg/kg

+R KWk Decabromodiphenyl ether N.D. 5 mg/kg
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6 25 5 Test Result(s)
SENT Y, g;l: Y A
ﬂﬂﬁﬁm B Tested Item(s) n% meu ﬁ&ﬁﬁ ISE BE{E

002 MDL Limit
4B% — FH R TiE Phthalates (DBP, BBP, DEHP, DIBP)
2K —H R — T li§ Dibutyl phthalate N.D. 50 mg/kg 1000 mg/kg
(DBP)
CAS#:84-74-2
SRR ZHR T HERFEEE Butyl benzyl N.D. 50 mg/kg 1000 mg/kg
phthalate (BBP)
CAS#:85-68-7
A2 IR — (2-2.3%) Ofis Di- N.D. 50 mg/kg 1000 mg/kg

(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

B2 —HIER — 5 T8 Diisobutyl phthalate N.D. 50 mg/kg 1000 mg/kg
(DIBP)
CAS#:84-69-5
e /B R Sample/Part Description
FEE CTTRESNID ik
No. CTI Sample ID Description
1 002 B WA

Transparent liquid

#ZVE: TR, 8, RZEEMEHEBETEE.
N.D. =Rt ChT IR H IR)
-mg/kg =ppm=H I 7L —
-1000 mg/kg =0.1%
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
-1000 mg/kg = 0.1%

NSl U708 000 &, /7
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R FFE Test Process
1. #®Pb), 4H(Cd
Lead (Pb), Cadmium (Cd)
w ﬁ;iﬁéfi:-'l:?ﬁ%%{r’ﬂ _ IO i ot 7 4 R
cigh sample and place it - . :: >
. :’vcsscl P ::> Add digestion reagent Digest the sample
FA AR ATl 5 B 7
ffl ICP-OES FE TR ERE Dry Ashing/ Residue
458 - Alkali Fusion/ itk
(: Make up with Acid Dissolution <:
Analyzed by L. dtrati
ICP-OES deionized water - Filtration
Solution
2. 7K (Hg)
Mercury (Hg)
wor VELRE TARERD UIPNIE e : AR b
& S?;T;p Vi::le 1 place it —] Add digestion reagent Digest the sample
RERT Fevli v EN i
1EALER (— FR &
)EH ICP-‘()ES 2%:]'—-7J( fé @ Alkali Fusion/ Residue -
i (::I Make up with Acid Dissolution KL ag
Analyzed by o trati
ICP-OES deionized water — Filtration
A
Solution
3. N (Cr (VD))
Hexavalent Chromium (Cr(VI))
RERSTHEERN P
Weigh sample and place it — I }j\ i ﬁigﬁt” J — TH A B
in a vessel Add digestion reagent Digest the sample
AR R VTR pH (H A, g
Add test solution Ad'lo I%StLLhZOF;uHﬁ;ilue B Cool and filter
V¥ pH A H ?:fE TR %h’ﬁ? i UV-Vis 434
Adjust the pH value Make up wi — .
of the solution deionized water Analyzed by UV-Vis
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4. ZBWHEHK (PBBs), 2R —ZKBK (PBDEs)

Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

HEFEMHTEEH R HLE IR RS T
Weigh sample and place —" Extracted with — Concentrate the extract
it in a thimble organic solvent
I GOMS 47 A HLE RIS T BT
—] Make up with K—] Transfer the extract into a

Analyzed by GC-MS

organic solvent volumetric flask

5. 4B _FERf (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)

EFEMRTEEH R HLE IR AT
Weigh sample and place — Extracted with — Concentrate the extract
it in a thimble organic solvent
F GOMS M FEHLERES s et
—] Make up with K—] Transfer the extract into a

Analyzed by GC-MS . ,
organic solvent volumetric flask

ANSEYE: \ B4



8
Yy Iy
CTI £ 43
ANy P
Far i+ 25
Test Report
WERT  A2260169009101002E ¥ 8 Ul L8
Report No.  A2260169009101002E Page 8 of 8
o |
B E A
Photo(s) of the sample(s)
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2=l 75 B Statement:
L AR EHHEA R T T 5 Rk s S g SR
This report is considered invalid without approved signature, special seal and the seal on the perforation
RAHHE . R SRS R HE B IR AL, B RO B S DT, CTOR S SR
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
TCHIE FUUHEAT 15 & A E

2. MEHKRA T AT,
applicant who should be responsible for the authenticity which CTI hasn’t verified
3. ASHR AL S5 AU SR i 5153
The result(s) shown in this report refer(s) only to the sample(s) tested;
4. BAERA T, RS MBILAC-G8:09/2019 / CNAS-GLO15:2022 i F fii] 242 52 (w=0) — 701 & $H ) 12
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022
5. RACTIHHEFE, AMIEDEHIAMRS
Without written approval of CTI, this report can’t be reproduced except in full
6. WIRE PRI NES P XABRRZER, U SO,
wrxfff %;E Kok

ilE
’ 23
In case of any discrepancy between the English version and Chinese version of the reports (if generated), the
*** End of report ***

Chinese version shall prevail

cert.com

aint(@cti

.ctimall.cc
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