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WMERKAR LR RN E KBRS A TR A
Company Name SHENZHEN RONGDA PHOTOSENSITIVE SCIENCE & TECHNOLOGY CO., LTD
shown on Report
: S TRYINT 5 22 X AR AT 18 B FE AL X KB 71-55-301 (1-32)
Address FLOOR 1-3 XINTIAN ROAD 71-5,FUHAI STREET,BAO'AN DISTRICT,SHENZHEN
CITY

PATF R 0 B A5 B e R SR LR IA

The following sample(s) and sample information was/were submitted and identified by/on the behalf of

the applicant

B 24 PR TS IR P AR i 25

Sample Name Liquid photosensitive solder resist ink

Fmils H-9100/H-9100B 45GHB

Model No. H-9100/H-9100B 45GHB

FEMEWH 2026.04.22

Sample Received Date Apr. 22,2026

FE s H 3 2026.04.22-2026.04.28

Testing Period Apr. 22,2026 to Apr. 28,2026

R E R MRAEZE R, W IR SRR i T B 2 3055 ke (PAHS) #EAT K

Test Requested As specified by client, to test Polycyclic Aromatic Hydrocarbons (PAHs) in the k.
submitted sample(s).

RRARGE /A 45 R HZWT .

Test Method/Test Result(s) Please refer to the following page(s).

Date

3 r 1
47 9% % oA 2026.04.28

G %
FARZ I Technical Manager No. R179751960
T s A B A ) J7ZRAB RN 5 22 DR 22 B T8 2R 4 X A ks ) DR
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*ﬁﬁ}.‘ﬂ ﬁiﬁ%’ Test Method

W51 H W75 I

Measured
Test Item(s) Test Method Equipment(s)
EZ0Vp AfPS GS 2019:01 PAK GC-MS
Polycyclic Aromatic Hydrocarbons (PAHs)

F I 45 5 Test Result(s)
WRIT H Tested Item(s) ?S%i);esult FERH IR MDL
272y % Polycyclic Aromatic Hydrocarbons (PAHs)
Z% Naphthalene N.D. 0.2 mg/kg
JE Phenanthrene N.D. 0.2 mg/kg
B Anthracene N.D. 0.2 mg/kg
¢ 1 Fluoranthene N.D. 0.2 mg/kg
22 Pyrene N.D. 0.2 mg/kg
Ji& Chrysene N.D. 0.2 mg/kg
K (a) B Benzo(a)anthracene N.D. 0.2 mg/kg
2R3t (b) ¢ & Benzo(b)fluoranthene N.D. 0.2 mg/kg
2R3t (k) ¢ & Benzo(k)fluoranthene N.D. 0.2 mg/kg
ZKJE (j) % B Benzo(j)fluoranthene N.D. 0.2 mg/kg
2R3 (a) EE Benzo(a)pyrene N.D. 0.2 mg/kg
K (e) BE Benzo(e)pyrene N.D. 0.2 mg/kg
2RIt (a, h) & Dibenzo(a,h)anthracene N.D. 0.2 mg/kg
K31 (g, h, 1) 3& Benzo(g,h,i)perylene N.D. 0.2 mg/kg
gfidf (1, 2, 3-cd) N.D. 0.2 mg/kg
Indeno(1,2,3-cd)pyrene
3k, ?E{, ﬁ%‘k, TE SV Sum (Phenanthrene, N.D. /
Anthracene, Fluoranthene, Pyrene)
15 PAHs /& Sum 15 PAHs N.D. /

IAT)
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T /BRI Sample/Part Description

Fpe  CTIRESHID fhik
No.  CTI Sample ID Description
1 004 SR 58
Green ink
BYE: ND.= Kt CNTHERHR)
-mg/kg = ppm = HARZ—
Remark: -MDL = Method Detection Limit

-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million

%30 7w
Page 3 of 7

TR KRG PRBREE RGN, HE. EVATRERS SV RERFERA.

Note: The testing data and result(s) in this report is(are) just for scientific research, education,

internal quality control and product development etc.
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] B R T A48 FHPAHs & B FRAE (mg/ke) (R ITAG HISE R 702K

Maximum PAHs limits (mg/kg) for the materials with relevant contact/grip and operating surfaces that are
to be categorised based on the results of the risk assessment

—328 Category 1 28 Category 2 =35 Category 3
AROEES LR, B | RS TER — R MR
AT O O b R JRAZ e [ EE Id 30FD (R [R] 4% o, FRURT B SR fu k [R) AN
e, % TR R ks fil) , ECE R R BRI RN AR SR | i 30F> (LR Talefid) B4kl
ik B 1) 8 3 30D (4 st fih (1) 4R Materials not covered by
Gk Materials not covered by category 1 nor by category 2,
filh) 2009/48/ECE X category 1, coming into coming into short-term
QBCE A Bl ek t3 % L long-term contact (more than 30s) or contact (up to 30s) with skin
N I/ &
N JLEA 7 5 short-term repetitive contact** with during the intended or
) Materials intended to skin during the intended or foreseeable use
2% be placed in the mouth, foreseeable use
Parameters or materials in toys 0L 7
. . . /N E < @
according to Dlrectlye L (< 145 AHFIH )
2009/48/EC or materials - = 8 s
P 144) MR Hotth 2% PR (AR ) 4
or the use by children S CAFE XN o AN B HoAh 2K '
up .to 3. years of age BB E A Otl?:r Bl P2 :
COTmtg lfltt}(: llcjlg-term Use by chil.dren (< consumer Use by children Other &
contact with skin (more 14 years) (include (< 14 years) consumer Bg
than 30s) during the : RS Y ”
: both active and (include both products e
intended use passive direct active and -
contact) passive direct
contact)
HFIf @ik <1
Benzo(a)pyrene <02 <0.2 <0.5 <05
AT <02 <02 <05 <05 <1
Benzo(e)pyrene
3 (a) 1
Z'K}JF(a)‘m\ <02 <02 <0.5 <0.5 <1
Benzo(a)anthracene
e o
R I () B <02 <0.2 <05 <05 <1
Benzo(b)fluoranthene
s 3 o P
AHFGHRE <02 <02 <05 <05 <1
Benzo(j)fluoranthene
I () <02 <02 <05 <05 <1
Benzo(k)fluoranthene
Ji# Chrysene <0.2 <0.2 <0.5 <0.5 <1
R @h)E <02
< .
Dibenzo(a,h)anthracene 02 <03 S e
A (ghk <02 <02 <0.5 <05 <1
Benzo(g,h,i)perylene
Eﬁ}JF(I,Z,B—Cd)Hﬁ <02 <0.2 <0.5 <05 <1
Indenol(1,2,3-cd)pyrene
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e T%]: —,H‘% e T — VA= N N2
IEJ}F;;:‘1114a1’1?1_fren’et‘ﬁ ME < BE<S ME<10 <20 S <50
’ <1 Sum <5 Sum <10 Sum <20 Sum <50 Sum
Anthracene,
Fluoranthene, Pyrene
Z%Naphthalene <1 <2 <10
=)
15 PAHSID\E . <5 <10 <20 <50
Sum 15 PAHs

o ORI TR AT S A 7 SR I REACHIZ I I S XVILES 50T B 1T (LM (EU) No. 1272/2013)

Definition "short-term repetitive contact" taken from REACH Annex XVII entry 50 amendment (REGULATION (EU) No.1272/2013)

N T 470040 N/



CTI =18
RlUE

Test Report

WERS  A2260312790101004E
Report No.  A2260312790101004E

%6 00 k7
Page 6 of 7

FA B FIAE R

Extracted with organic solvent

[

FEMEFE Test Process
EFMTEEF
—
Weigh sample and place in a thimble
Fl GC-MS 4
S—

Analyzed by GC-MS

/L iE

Purification/Filtration

AWEAA ' Y4



CTI 10 48 "
RlUE

Test Report

WERS  A2260312790101004E BT TR
Report No.  A2260312790101004E Page 7 of 7

PR R

Photo(s) of the sample(s)
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?5 Eﬂ Statement:

1L AR T AR e B A 4 L

This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. REHRA T BIRLMIE . B SRS S R HIEE R A, IR N RS AT, CTIR R SR S
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. AR AN 45 RAK B2 A i 75T 5

The result(s) shown in this report refer(s) only to the sample(s) tested;
4. BRAEH AW, 35S IRILAC-G8:09/2019 / CNAS-GLO15:2022 i [ ] #1452 52 (w=0) — 703 & MUMIEAT 747 A 1 5
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;
- RECTIBHIFE, AMFEHD ZHI AR
Without written approval of CTI, this report can’t be reproduced except in full;
AR PRSI E ST AR R ER, O
In case of any discrepancy between the English version and Chinese version of the reports (if generated), the
Chinese version shall prevail.

W

[o)}

***?&%éﬁ;ﬁ***

*#* End of report ***
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