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Company Name SHENZHEN RONGDA PHOTOSENSITIVE SCIENCE & TECHNOLOGY CO., LTD
shown on Report
: S TRYINT 5 22 X AR AT 18 B FE AL X KB 71-55-301 (1-32)
Address FLOOR 1-3 XINTIAN ROAD 71-5,FUHAI STREET,BAO'AN DISTRICT,SHENZHEN
CITY

PATF R 0 B A5 B e R SR LR IA

The following sample(s) and sample information was/were submitted and identified by/on the behalf of

the applicant

B 24 PR TS IR P AR i 25

Sample Name Liquid photosensitive solder resist ink

RS H-8100 &

Model No. H-8100 #h

B bR H 3 2025.06.06

Sample Received Date Jun. 6, 2025

FE A H A 2025.06.06-2025.06.11

Testing Period Jun. 6,2025 to Jun. 11, 2025

TP SR *;%?EEF‘ TR, X FTERAERE P AR B (PFOA), 498 iR (PFOS) 2E47
TN\ o

Test Requested As specified by client, to test Perfluorooctanoic Acid(PFOA), Perfluorooctane
Sulfonates(PFOS) in the submitted sample(s).

I HE /A 45 R HZ T

Test Method/Test Result(s) Please refer to the following page(s).

Date

) 2 H
47 9% % HoH 2025.06.11

HNE
HiRZ P Technical Manager No. R179754446
Hir R A A TR AR VRN 5522 DX B 22 4 T M AR A DX A ) R
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ﬁﬁ}!ﬂ HRHE Test Method
s ST RN
W51 H W7 I
Measured
Test Item(s) Test Method Equipment(s)
WL SHDIN CEN/TS 15968:2010 T
Perfluorooctanoic Acid(PFOA) Refer to DIN CEN/TS 15968:2010
LR HETE R Z#DIN CEN/TS 15968:2010 LC-MS-MS
Perfluorooctane Sulfonates(PFOS) Refer to DIN CEN/TS 15968:2010
e 25 5 Test Result(s)
S ZE 2 Result N
WA H Tested Ttem(s) = — 77 A HBR MDL
9 E TR Perfluorooctanoic Acid (PFOA) N.D. 0.010 mg/kg
SRy ZE 5 Result .
WA H Tested Item(s) a o J7 A YR MDL
9 el Perfluorooctane Sulfonates N.D. 0.010 mg/kg
(PFOS)
PR /AL Sample/Part Description
e CTIFESID E{iba
No. CTI Sample ID Description
1 002 Eiganlii
Yellow ink
#BVE: N.D. = ARt ChT o7kt R)
-mg/kg =ppm = H S5 —
Remark: -MDL = Method Detection Limit

-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million

TR AIREFIIBIRS R ORIE . #E. SV ATREES . SV mREE KA.

Note: The testing data and result(s) in this report is(are) just for scientific research, education,
internal quality control and product development etc.
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ﬁ{ﬂﬂmﬁi Test Process
{8 I L 7 7 i 7S
e 1) 7 AL S E

Sample preparation

Extracted with organic solvent
in an ultrasonic equipment

Concentrate the extract

H LC-MS-MS 4t

Analyzed by LC-MS-MS

J

SR RS ke
Make up with

organic solvent

HRERIFINE R RN
Transfer the extract into a

volumetric flask
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Photo(s) of the sample(s)
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f"'? HH Statement:

1 AR & A NS, B B SR s I 44 T 0 AL
This report is considered invalid without approved signature, special seal and the seal on the perforation;
2. AR AT BIRSMIE B AR S HEE RO, W N RS T, CTIR SR st
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;
3. AR AN 45 R S U b 15T 5
The result(s) shown in this report refer(s) only to the sample(s) tested;
4. BREAERSA Y, S HRILAC-G8:09/2019 / CNAS-GLO15:20221% FH fa] 51422 52 (w=0) — JGH 52 MU HEAT 5 R 55
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;
5. RECTIHSHFR, AFE0 ZHl AR S
Without written approval of CT]I, this report can’t be reproduced except in full;
6. WHTIR S LN R S P XN A B ZER, PO,
In case of any discrepancy between the English version and Chinese version of the testing reports (if generated), the
Chinese version shall prevail.

***f&%glﬂi;ﬁ***

*** End of report ***
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