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Company Name SHENZHEN RONGDA PHOTOSENSITIVE SCIENCE & TECHNOLOGY CO.,

shown on Report LTD

#o hk PRINTH 52 2 X AR IRAETE B H AL DR BKTE 71-5 %5 301 (1-3 )2
Address FLOOR 1-3 XINTIAN ROAD 71-5,FUHAI STREET,BAO’AN

DISTRICT,SHENZHEN CITY

PATF R 2 i B b AR B i BB E R BRI

The following sample(s) and sample information was/were submitted and identified by/on the behalf of

the applicant

B 2R P S AR

Sample Name Thermal curing symbol ink

BRI S EHF TM-3100 &%, H-7100 #%1. THW %%, TX FRJ. TS-3000 F5IiH
5
op ﬁ-&

Model No. WEH T TM-3100 R4, H-7100 &%, THW F%1]. TX &%, TS-3000 4

R B H 2026.08.21

Sample Received Date  Aug. 21, 2026

FE R H 2026.08.21-2026.08.27

Testing Period Aug. 21, 2026 to Aug. 27, 2026

A& Test Conducted:

MR R FRIE 2K, BARESRTE N T — 1L,
As requested by the applicant. For details refer to next page(s).
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MRFEE Executive Summary:

WAE R WiXZ R
TEST REQUEST CONCLUSION
GB 38507-2020 i 5 H [ #E R PEA ML GHI(VOCSs) & & HIFRME Limits of volatile

organic compounds (VOCs) in printing ink

- By A ZEFHVA RS B REER R
Annex A List of prohibited solvents See test result(s)

- AR REERK
Halogenated hydrocarbon See test result(s)
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GB 38507-2020 JhB oAl E R HEENALEYI(VOCS) EE IR/ Limits of volatile organic compounds
(VOCs) in printing ink
Vi A 2RI B Annex A List of prohibited solvents

WRATT¥: W MAAEs: GC-MS

Test Method: In-house method; Test Equipment: GC-MS

35 9 AR gy
Test Item(s) Result i Unit
002 MDL
Z. 7K Ethylbenzene CAS#:100-41-4 N.D. 50 mg/kg
IE N HE Methyloxirane (Propylene oxide) (MO) CAS#:75-56-9 N.D. 50 mg/kg
7 Styrene CAS#:100-42-5 N.D. 50 | mg/kg
2K Benzene CAS#:71-43-2 N.D. 50 mg/kg
R S TR TS 1sopropyl nitrite CAS#:541-42-4 N.D. 50 mg/kg
WAHER T 5 Butyl nitrite CAS#:544-16-1 N.D. 50 | mg/kg
L FEHL 2Tk 2-Ethoxyethanol CAS#:110-80-5 N.D. 50 mg/kg
Z. W LTk RIS 2-Ethoxyethyl acetate CAS#:111-15-9 N.D. 50 mg/kg
L TER R 2-Methoxyethanol CAS#:109-86-4 N.D. 50 mg/kg
2. " EEHITE 2B HE  2-Methoxyethyl acetate CAS#:110-49-6 N.D. 50 mg/kg
2-HFE ke 2-Nitropropane CAS#:79-46-9 N.D. 50 mg/kg
N-F L el N-Methyl pyrrolidone (NMP) CAS#:872-50-4 N.D. 50 mg/kg
—HEE —HE 1,2-bis(2-methoxyethoxy) ethane CAS#:112-49-2 N.D. 50 mg/kg
Z. . JE Wk Ethylene glycol dimethyl ether CAS#:110-71-4 N.D. 50 mg/kg
L. EE . Z Mk Ethylene glycol diethyl ether CAS#:629-14-1 N.D. 50 mg/kg
2K Toluene CAS#:108-88-3 N.D. 50 mg/kg
2R Xylene CAS#:1330-20-7 N.D. 50 mg/kg
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V & Halogenated hydrocarbon
WA W AIEs: GC-MS
Test Method: In-house method; Test Equipment: GC-MS

45
R T RS
AT H Result Jr ik R S0 Unit
Test Item(s) MDL

002
—& HY%E Dichloromethane N.D. 50 mg/kg
—& H'¥t Trichloromethane N.D. 50 mg/kg
=& ¥ Trichloroethylene N.D. 50 mg/kg
PY& LA Carbon

N.D. 50 mg/k
tetrachloride g/kg
sy N.D. 50 mg/kg
Tetrachloroethylene
1,2- =& k%

N.D. 50 /k
1,2-Dichloroethane mgrkg
1,1- =& 4k

N.D. 50 /k
1,1-Dichloroethane mgikg
1,2- 5 ik
’ %W\ﬂ% N.D. 50 mg/kg
1,2-Dichloropropane
1,1,1- =& ke

N.D. 50 /k
1,1,1-Trichloroethane mgikg
1,1,2- =& L He

N.D. 50 /k
1,1,2-Trichloroethane mgrkg
1,2,3- =5 Akt

?ijm N.D. 50 mg/kg
1,2,3-trichloropropane
J& Halogenated
. : N.D. -- mg/kg
hydrocarbon
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£ Remark:

- MDL = Jkfa R Method Detection Limit

- N.D.= R (M54 HR) Not Detected (<MDL)
- mg/kg = ppm = F Ji%r 22— parts per million

FEF AT 3R Sample/Part Description
FF'5  CTIREM ID  fiik
No. CTI Sample ID  Description
1 002 Y QENERTS
Grey paste

1% Note:

AR R BES RAERE . FeE. R E Sl SRS H A .

The testing data and result(s) in this report is(are) just for scientific research, education, internal quality control
and product development etc.
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o B A
Photo(s) of the sample(s)
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75 B Statement:

1.

2.

KA TORHE N T <L B SR W% = TG

This report is considered invalid without approved signature, special seal and the seal on the perforation;
AR A B LR AIMIE . A5 R E B EE R AL, BE R RO B S 5T, CTI RZSE L E S
e

The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by
the applicant who should be responsible for the authenticity which CTI hasn’t verified,

AR e U 25 SRS 52 DU i 47 55

The result(s) shown in this report refer(s) only to the sample(s) tested;

Bl AU, 5 S8 ILAC-G8:09/2019 / CNAS-GLO015:2022 i i fif #4552 (w=0) G35 M HEAT
6143 72, Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for
Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

ARE CTI BHEFZE, DMFHSEHARSE;

Without written approval of CTI, this report can’t be reproduced except in full;

AR E HE XA E S LN ERESR, L SORiE.

In case of any discrepancy between the English version and Chinese version of the reports (if generated),

the Chinese version shall prevail.

*Kk*k ?&%%ﬁi *k*k
*** End of Report ***
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