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MERLAR LR WY B RBOCRHE R AR A
Company Name SHENZHEN RONGDA PHOTOSENSITIVE SCIENCE & TECHNOLOGY CO., LTD
shown on Report

b | N TP 52 22 X AR 3T AL X KiE 71-55301 (1-32)
Address FLOOR 1-3 ,XINTIAN ROAD 71-5,FUHAI STREET,BAO'AN DISTRICT,SHENZHEN
CITY

DA U 2 R & B A5 B ol R I 2 1R AL A

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

=Y i VRS RO R

Sample Name Liquid photosensitive solder resist ink

Hmis H-8100 #{h

Model No. H-8100 3&fh

e 0 H 209 2026.01.06

Sample Received Date Jan. 6, 2026

Fof ke 00 H 391 2026.01.06-2026.01.12

Testing Period Jan. 6, 2026 to Jan. 12, 2026

LRl HRAE 2 ISR, X PTARASHE il o R &8 = F R MR A T A ;
Test Requested As specified by client, to test Phthalates in the submitted sample(s). peiond |
R R4 /R T 45 3R HZ W T

Test Method/Test Result(s) Please refer to the following page(s).

Date 2026.01.12

No. R179753686
TR A RN 5 %2 DO 22 43 M AR A X A sy 0 R
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BIAKIE Test Method
ST VIR WaREN ﬂ;ﬂﬁi

Test Item(s)

Test Method

Equipment(s)

S — H R g
Phthalates

Z£EN 14372:2004 (E)
Refer to EN 14372:2004(E)

GC-MS
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. ZER Result

WA E Tested Item(s) D%OOZ FHEMHR MDL
LR HESEE Phthalates

AR — HIR . 1E M Di-n-octyl phthalate N.D. 30 mg/kg
(DNOP)

CAS#:117-84-0

AR R 5 T-fi§ Di-isononyl phthalate N.D. 50 mg/kg
(DINP)

CAS#:28553-12-0, 68515-48-0

Aok — HR — 5241 Di-iso-decyl phthalate N.D. 50 mg/kg
(DIDP)

CAS#:26761-40-0, 68515-49-1

AF 2K — H R — H g Dimethyl phthalate N.D. 30 mg/kg
(DMP)

CAS#:131-11-3*

L8 — HiZ — £ Bi5 Diethyl phthalate (DEP) N.D. 30 mg/kg
CAS#:84-66-2*

AF2K — HI#R TN Dipropyl phthalate N.D. 30 mg/kg
(DPrP)

CAS#:131-16-8*

AR HR /%l Dipentyl phthalate N.D. 30 mg/kg
(DPP/DPENP)

CAS#:131-18-0*

412K — H R — Pl Diheptyl phthalate (DHP) N.D. 30 mg/kg
CAS#:3648-21-3*

AF2K — HI#R 33X C.lg Dicyclohexyl phthalate N.D. 30 mg/kg
(DCHP)

CAS#:84-61-7*

A2k HIR — 515 Diisooctyl phthalate N.D. 50 mg/kg
(DIOP)

CASH#:27554-26-3*

&2 — FiR — T-f§ Dinonyl phthalate (DNP) N.D. 30 mg/kg
CAS#:84-76-4*

. R 5% T Diisononyl adipate (DINA) N.D. 50 mg/kg
CAS#:33703-08-1*

A — HIEZ — CUfi§ Di-n-hexyl phthalate N.D. 30 mg/kg
(DNHP/DHEXP)

CASH#:84-75-3%
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M55 Test Result(s)

PR HR = (2-HHEE) Ol N.D. 30 mg/kg
Bis(2-methoxyethyl) phthalate (DMEP)
CAS#:117-82-8

(DIPP)

CAS#:605-50-5*

LB — H R — 5%l Diisopentyl phthalate N.D. 30 mg/kg

(DBzP)

CAS#:523-31-9*

AR R —"KlE Dibenzyl phthalate N.D. 30 mg/kg

(DPhP)

CAS#:84-62-8*

LB — H iR — Kl Diphenyl phthalate N.D. 30 mg/kg

FE&/ER AR Sample/Part Description

s

CTIFESHID Eipr

No. CTI Sample ID Description

1

&1E:

Remark:

R

Note:

002 s (T
Yellow ink(dry weight)

~JUEAE BT 105°C HERE 2/ FE IR

-N.D. = Rt CNTI7Aa i ER)

-mg/kg = ppm = HJisrZ—

-The sample was tested after drying for 2 hours under 105<C.

-MDL = Method Detection Limit

-N.D. = Not Detected (<MDL)

-mg/kg = ppm = parts per million

- “x” RZIE /T EANECNAS AT E R A .

AR E PRBIES R AR, ¥, DPATFEEES. AVERRREENA.

-“*> indicates the item(s)/method(s) is (are) not in CNAS accreditation scope.

-The testing data and result(s) in this report is(are) just for scientific research, education, internal

quality control and product development etc.

SR AT 4

ano .
e, /s

HTvice
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WEMFRTEET FIA HLI AR L WA AL
Weigh le and pl — Extracted with —"
eI sanpTe and prace Hracet W Concentrate the extract
it in a thimble organic solvent
] GC-MS 47 i R HLE e 7 PR ERHERETERA
— Make up with K Transfer the extract into a
Analyzed by GC-MS . .
organic solvent volumetric flask

NZ T 004N N/
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Report No.
i B
Photo(s) of the sample(s)
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HH Statement:

AR TCHAENSE 7 < B SR i g T o AL

This report is considered invalid without approved signature, special seal and the seal on the perforation;

AR A AAFR SHIE . A AR B B R AL, HE R RO L S R B, CTURAZSEH S,

The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the

applicant who should be responsible for the authenticity which CTI hasn’t verified,

AR S I 5 SRANONS S DA i A 58

The result(s) shown in this report refer(s) only to the sample(s) tested;

BAEA A, 5 SEILAC-G8:09/2019 / CNAS-GLO15:2022/ FH ] #4552 (w=0) — 7G4 & FL BT 245 & M) 52

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance

Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

ARECTIHHFEE, AMFE»EHIAHR S

Without written approval of CTI, this report can’t be reproduced except in full;

ks PRI N B S AR A E R, Oy,

In case of any discrepancy between the English version and Chinese version of the reports (if generated), the
Chinese version shall prevail.

***j:& 'ﬂj: é:é:ﬁ*-k*

*** End of report ***
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