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WMERLARLIKR RN E KRB B R A
Company Name SHENZHEN RONGDA PHOTOSENSITIVE SCIENCE & TECHNOLOGY CO., LTD
shown on Report
Hh il RYITH = 22 X AR AT TE BT AL X B KIE71-55301 (1-3/2)
Address FLOOR 1-3 ,XINTIAN ROAD 71-5,FUHAI STREET,BAO'AN DISTRICT,SHENZHEN
CITY

PAF IR e i B i B E B R AR B A

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

B 2 PR el

Sample Name Thinner

S S-1#

Model No. S-1#

FE W H B 2025.04.15

Sample Received Date Apr. 15,2025

P A I H 3 2025.04.15-2025.04.18

Testing Period Apr. 15,2025 to Apr. 18, 2025

KR MR ER, XTSRS T (Pb), % (Cd), 7K (Hg), 754 (Cr(VD)),
IRWKR (PBBs), 23R — KTk (PBDEs), 4FZK —FERME (DBP, BBP, DEHP, DIBP) AT Inspecton & T
M

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).

HRARGE /AR S5 R BHZ T

Test Method/Test Result(s) Please refer to the following page(s).

Date

47 a% lé o 2025.04.18

HNE
HARZH Technical Manager No. R179751840
A TR AR VRN 55 22 DX B 22 4 T M AR DX A A ) R

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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%% Conclusion

TUAAE WRIEHE/ 52 gER
Tested Sample According to standard/directive Result
FRAHE BR BRoHS#5 4-2011/65/EU K HA& 1T #5 4 (EU) v
Submitted Sample 2015/863
RoHS Directive 2011/65/EU with amendment PASS
(EU) 2015/863

st s s o s ok sk ke ok sk ok sk ot sk sk o sk ok sk sk ok sk ok s ot sk sk ok s ok sk st sk sk ok s ok sk st ok s ok s ot sk sk ok s ok sk st sk sk ok s ok sk st ok s ok s ok sk sk o sk ok sk ok sk sk ok s ok sk sk ok s ok ok sk sk sk sk ok sk ok sk kR sk ok Rk o

R R K 45 535 B HIRoHS $E 4-2011/65/EU X HAEIT #5 4 (EU) 2015/863 R I{IBRAA -
PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment (EU)
2015/863.
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CTI 13048

RlUEir =

Test Report

WERST  A2250240097102001E ¥} 3 8 Wm
Report No.  A2250240097102001E Page 3 of 8
ﬁ‘ﬂlﬂ ﬁi% Test Method
o s TEEA
A W ek
Measured
Test Item(s) Test Method Equipment(s)
HY IEC 62321-5:2013 ICP-OES
Lead (Pb)
] IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
7K IEC 62321-4:2013+AMD1:2017 CSV ICP-0ES
Mercury (Hg)
VAVINS IEC 62321-7-2:2017 UvV-Vis
Hexavalent Chromium (Cr(VI))
EATNEN IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
2 Smb 31 IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AR H RS IEC 62321-8:2017 GC-MS
Phthalates (DBP, BBP, DEHP, DIBP)

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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T EE R Test Result(s)

WRIF H Tested Item(s) £ Result Jr sk R FRAEL
001 MDL Limit

HY Lead (Pb) N.D. 2 mg/kg 1000 mg/kg

% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg

7K Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg

75 Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg 1000 mg/kg

AT E Tested Item(s) %32 Result JTVERTH R PRAE
001 MDL Limit

ZIRBEE Polybrominated Biphenyls (PBBs)

—JRELA Monobromobiphenyl N.D. 5 mg/kg

TIRECK Dibromobiphenyl N.D. 5 mg/kg

—VREXZ Tribromobiphenyl N.D. 5 mg/kg

VUVRIEZR Tetrabromobiphenyl N.D. 5 mg/kg

TLIREE Pentabromobiphenyl N.D. 5 mg/kg 1000 mg/kg

INIREXOK Hexabromobiphenyl N.D. 5 mg/kg

LIREEZE Heptabromobiphenyl N.D. 5 mg/kg

JVIREXZR Octabromobiphenyl N.D. 5 mg/kg

JUIREXZR Nonabromobiphenyl N.D. 5 mg/kg

TIRELAK Decabromobiphenyl N.D. 5 mg/kg

BRI H Tested Ttem(s) 4R Result T A R FRE
001 MDL Limit

% & —ZEB Polybrominated Diphenyl Ethers (PBDEs)

— VR 2K Monobromodiphenyl ether N.D. 5 mg/kg

YR K Dibromodiphenyl ether N.D. 5 mg/kg

ZJRIKMWE Tribromodiphenyl ether N.D. 5 mg/kg

VUyR —ZKW#F Tetrabromodiphenyl ether N.D. 5 mg/kg

TR 2Kk Pentabromodiphenyl ether N.D. 5 mg/kg 1000 mg/kg

75NIR K Hexabromodiphenyl ether N.D. 5 mg/kg

VR 7K Heptabromodiphenyl ether N.D. 5 mg/kg

J\IR 2K Octabromodiphenyl ether N.D. 5 mg/kg

JUIR — 2Kl Nonabromodiphenyl ether N.D. 5 mg/kg

1R T IR Tk Decabromodiphenyl ether N.D. 5 mg/kg

Hotline:400

-6788-333  www.cti-cert.com

E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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T EE R Test Result(s)
— & R
WRIF H Tested Item(s) R Result Jr sk R BE{E

001 MDL Limit
4R % — FHFREE Phthalates (DBP, BBP, DEHP, DIBP)
22K —H R — T li5 Dibutyl phthalate N.D. 50 mg/kg 1000 mg/kg
(DBP)
CAS#:84-74-2
SRR —HR T A RS Butyl benzyl N.D. 50 mg/kg 1000 mg/kg
phthalate (BBP)
CAS#:85-68-7
AR ZHIR — (2-23%) Ofs Di- N.D. 50 mg/kg 1000 mg/kg

(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

S82K — W — 5 T I8 Diisobutyl phthalate N.D. 50 mg/kg 1000 mg/kg
(DIBP)
CAS#:84-69-5
FERh /AR Sample/Part Description
FFs  CTIFEARID i1
No. CTI Sample ID Description
1 001 E AR

Transparent liquid

B PR, M, RZHERCHEBTE.
ND. = RAGH ChTI7iEk HR)
-mg/kg =ppm=H i —
-1000 mg/kg = 0.1%
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
-1000 mg/kg =0.1%

Hotline:400-6788-333  www.cti-cert.com  E-mail:info(

cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Lead (Pb), Cadmium (Cd)
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FREFmTERN
Weigh sample and place it
in a vessel

IRAH fil A7)
Add digestion reagent

THRRFE

Digest the sample

FR B A il e

Dry Ashing/
H ICP-OES ke ey y Ashmg/ :
g EHTK E 7 Alkali Fusion/ Residue it e
An ] (: Make up with Acid Dissolution (::
alyzed by L. . .
deionized water Filtration
ICP-QES e s
Bl
Solution
2. K(He)
Mercury (Hg)
wer CELRE TN TN 5 : R i
C1§ sampe anciplace I —| Add digestion reagent Digest the sample
in a vessel
FH Bl /1 1) T
- VbR .
)EH ICP-E)ES 2%:]'—-7J( I'_E @ Alkali Fusion/ Residue -,
I3 <:I Make up with <:| Acid Dissolution (:: BT
Analyzed by foni Filtration
ICP-OES deionized water .
R
Solution

3. M (Cr (VD))

Hexavalent Chromium (Cr(VI))

MEMMTERN
Weigh sample and place it
in a vessel

IR 81

Add digestion reagent

TH REFF
Digest the sample

1l

W, ihiE
Cool and filter

IR R pH 1A
S 1 - |
Add test solution K——  Adjust the pH value —
of the solution
A B pH {H HAEETIER
Adjust the pH value — Make up with —
of the solution deionized water

i Uv-vis 43§
Analyzed by UV-Vis

E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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4. ZYREKHKE (PBBs), LR _FREK (PBDEs)

Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

EFRTEE+ R HLE IR RS T
Weigh sample and place —" Extracted with — Concentrate the extract
it in a thimble organic solvent
il GC-MS 417 A B TR E 7 PR AR E A ERA
(—] Make up with K—] Transfer the extract into a

Analyzed by GC-MS

organic solvent volumetric flagk

5. 4RZ _FERfg (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)

EFMTESS FA LA IR WA BT
Weigh sample and place — Extracted with — Concentrate the extract
it in a thimble organic solvent
1 GC-MS 4 A LRI 2 S L B e
—] Make up with K—] Transfer the extract into a

Analyzed by GC-MS . ,
organic solvent volumetric flask

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Fean B A

Photo(s) of the sample(s)
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75 B Statement:

1 R IAR S ToA i NS T2 <& F 0 R i I 4 3 TR
This report is considered invalid without approved signature, special seal and the seal on the perforation;
2. EIA AT SRR S R SRR R S S RIS SR, FREE RO SRS, CTIRAZ SR LSt
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;
3. AHR A 25 AN S U AE il 7 5
The result(s) shown in this report refer(s) only to the sample(s) tested;
4. BRAEBHE U, RS IRILAC-G8:09/2019 / CNAS-GLO15:20225 [ ] 848 5% (w=0) — 703 5 MR HEAT 75 &t 5
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;
5. RACTIHHFEE, AMIEHDEHIAMRE
Without written approval of CTI, this report can’t be reproduced except in full;
6. WS IR S HISESCA B SN R ER, Bh O,
In case of any discrepancy between the English version and Chinese version of the testing reports (if generated), the
Chinese version shall prevail.

***?&%éﬁ;ﬁ***

**%* End of report ***
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