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MERLAR LR WY B RBOCRHE R AR A
Company Name SHENZHEN RONGDA PHOTOSENSITIVE SCIENCE & TECHNOLOGY CO., LTD
shown on Report

ot AN

N |

;A | N TRYIT 52 22 X ARV 3T F A X K iE 71-55:301 (1-3)2)
Address FLOOR 1-3 ,XINTIAN ROAD 71-5,FUHAI STREET,BAO'AN DISTRICT,SHENZHEN
CITY

DA U 2 & B A5 B ol R IR 2 1R AL A

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

=Y i TS O B % i 58

Sample Name Liquid photoimageable Circuit ink

=Rt RDI-6000

Model No. RDI-6000

R R 30 2025.11.14

Sample Received Date Nov. 14, 2025

Fof e 00 H 391 2025.11.14-2025.11.19

Testing Period Nov. 14, 2025 to Nov. 19, 2025

RUE -2 MR B R, KT ASFE S I ET(PD), 4R(Cd), ZR(Hg), 7S (Cr(VI)), 2R

(PBBs), %~ #k(PBDES), 4% — Hf:1i5(DBP, BBP, DEHP, DIBP), UJAMHA Inspecton & T

(TBBP-A), HHEF A EE(MCCPs), pa R BT

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(V1)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers
(PBDEs), Phthalates (DBP, BBP, DEHP, DIBP), Tetrabromobisphenol A (TBBP-A),
Middle Chain Chlorinated Paraffins (MCCPs), Halogen(s) in the submitted sample(s).

T WU AR A A 45 5% HE W T _
Test Method/Test Result(s) Please refer to the following page(s).

Date

. _
£/f B 17 oM 2025.11.19

s %
FARZH Technical Manager No. R179754985
J7ARAE RN T 5222 DX 2 A0 D 2R L X A8 A I KR
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#E Conclusion

PR RIFEFTAEIE 4 g
Tested Sample According to standard/directive Result
KK B ROHS 5 4-2011/65/EU 2 HAB1T 454 (EU) s
2015/863
RoHS Directive 2011/65/EU with amendment (EU) PASS
RS HE il 2015/863
Submitted Sample
i %I - N
F(CD, (BN
Client's limit — PASS

Chlorine (CI), Bromine (Br)

R L S R S S e 2 2 2 2 2 2 2 2 2 2 o o e o o
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KPR Test Method

TR T VIR WaREN i)&iﬁ!ﬁi

Test Item(s)

Test Method

Equipment(s)

o IEC 62321-5:2013 ICP-OES
Lead (Pb)
i IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
7K IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
VAV/IK:: IEC 62321-7-2:2017 UV-Vis
Hexavalent Chromium (Cr(V1))
EZLYTES IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
2R R IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AR H R T IEC 62321-8:2017 GC-MS
Phthalates (DBP, BBP, DEHP, DIBP)
DY A 225 US EPA 3550C:2007 & US EPA 8321B:2007 LC-MS-MS
Tetrabromobisphenol A (TBBP-A) Refer to US EPA 3550C:2007 &
US EPA 8321B:2007
Hh g S A e 27 US EPA 3540C:1996 & US EPA 8270E:2018 GC-MS(NCI)
Middle Chain Chlorinated Paraffins (MCCPs) Refer to US EPA 3540C:1996 &
US EPA 8270E:2018
5SS EN 14582:2016 IC
Halogen(s)

www.cti-cert.com

E-mail:info@cti-cert.com

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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ML R Test Result(s)

PIRSE Tested Item(s) #iR Result Ty ekt IR R
002 MDL Limit

#r Lead (Pb) N.D. 2 mg/kg 1000 mg/kg

% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg

7k Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg

7% Hexavalent Chromium (Cr(V1)) N.D. 8 mg/kg 1000 mg/kg

FRIFTE Tested Item(s) R Result T i R i
002 MDL Limit

ZIREXFE Polybrominated Biphenyls (PBBs)

—JRELZR Monobromobiphenyl N.D. 5 mg/kg

TRIER Dibromobiphenyl N.D. 5 mg/kg

= HELF Tribromobiphenyl N.D. 5 mg/kg

VOVRELZR Tetrabromobiphenyl N.D. 5 mg/kg

FIREEA Pentabromobiphenyl N.D. 5 mg/kg 1000 mg/kg

ISR Hexabromobiphenyl N.D. 5 mg/kg

LIREEZE Heptabromobiphenyl N.D. 5 mg/kg

JUBREEZE Octabromobiphenyl N.D. 5 mg/kg

JLIREXZR Nonabromobiphenyl N.D. 5 mg/kg

TRIEA Decabromobiphenyl N.D. 5 mg/kg

R Tested Item(s) &R Result 7 e 1 R R
002 MDL Limit

LR R Polybrominated Diphenyl Ethers (PBDES)

— R 2Kk Monobromodiphenyl ether N.D. 5 mg/kg

2K Dibromodiphenyl ether N.D. 5 mg/kg

=R KW Tribromodiphenyl ether N.D. 5 mg/kg

PUVR — 2Kk Tetrabromodiphenyl ether N.D. 5 mg/kg

TLIR 2k Pentabromodiphenyl ether N.D. 5 mg/kg 1000 mg/kg

NIRRT Hexabromodiphenyl ether N.D. 5 mg/kg

R — 2Kk Heptabromodiphenyl ether N.D. 5 mg/kg

J\IR 2K Octabromodiphenyl ether N.D. 5 mg/kg

JUB 2K l# Nonabromodiphenyl ether N.D. 5 mg/kg

¥ — %Mk Decabromodiphenyl ether N.D. 5 mg/kg

Hotline:400-6788-333

www.cti-cert.com

E-mail:info@cti-cert.com

Complaint call:0755-33681700
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ML R Test Result(s)
il ZiR Result AR H PR PR
Wl Tested Item(s a = i
s $ 002 MDL Limit
48K —HEREE Phthalates (DBP, BBP, DEHP, DIBP)
AR —HR — T ls Dibutyl phthalate (DBP) N.D. 50 mg/kg 1000 mg/kg
CAS#:84-74-2
ROR R T AN Butyl benzyl N.D. 50 mg/kg 1000 mg/kg
phthalate (BBP)
CAS#:85-68-7
R IR —(2-2.%) 2l Di-(2-ethylhexyl N.D. 50 mg/kg 1000 mg/kg
phthalate (DEHP)
CAS#:117-81-7
AR —HR 5 T g Diisobutyl phthalate N.D. 50 mg/kg 1000 mg/kg
(DIBP)
CAS#:84-69-5
. Z3 Result
AT E Tested Item(s) a — FEER R MDL
DU IR XU A Tetrabromobisphenol A (TBBP-A) N.D. 5 mg/kg
. 3 Result
PRI E Tested Item(s) H%OOZ FEER R MDL
HBE AT Middle Chain Chlorinated N.D. 100 mg/kg
Paraffins (MCCPs)
& v

JRTIE Tested Item(s) % Result JrEAR R A

002 MDL Limit
K% Halogen(s)
. Fluorine (F) 540 mg/kg 10 mg/kg /
. Chlorine (CI) 490 mg/kg 10 mg/kg 900 mg/kg
= Bromine (Br) N.D. 10 mg/kg 900 mg/kg
fift lodine (1) N.D. 10 mg/kg /
ST (S +IR) Total (CI + Br) 490 mg/kg / 1500 mg/kg

Hotline:400-6788-333

www.cti-cert.com

E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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RE R ERALHGR Sample/Part Description
Fe  CTIFERID Eii1pa
No. CTI Sample ID Description
1 002 KEsR (FEH)D

Grey ink(dry weight)

i XFFRPE, 8, RZFEREHEBEE.
-DIERE B 2T 105°CHERE 2/ N S5 PR
-N.D. = Rttt (DTI7iERHER)
-mg/kg = ppm = H JisrZ—
-1000 mg/kg = 0.1%
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-The sample was tested after drying for 2 hours under 105<C.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL)
-mg/kg = ppm = parts per million
-1000 mg/kg = 0.1%

R RGP REIRSR AR, B VN FTRERS SV RRER .
Note: The testing data and result(s) in this report is(are) just for scientific research, education, internal

quality control and product development etc.

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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KPUFFE Test Process
1. 4%(Pb), #%&(Cd)
Lead (Pb), Cadmium (Cd)
e WA TR PN AT S P A
t . . b3
c1gh Sflllnapvz::el place ::> Add digestion reagent Digest the sample
FEl 2R A el 7/
F ik abEE B s
L . Dry Ashing/ )
ICP-OES R
H 557 HETK E " Alkali Fusion/ Residue it iE
' <:| Make up with Acid Dissolution <:
Analyzed by deionized water Filtration
ICP-OES elonized water -
Tt
Solution
2. 7R(Hg)
Mercury (Hg)
wor CEERE I T AR I 17 : R
c1gh sample and place 1 —/| Add digestion reagent Digest the sample
in a vessel
8 /R A
PR ] C: BRi&
)EH ICP-pES {‘%%7}(%@ Alkali Fusion/ Residue .
I (::I Make up with Acid Dissolution L ag
Analyzed by deionized Filtration
ICP-OES eilonized water .
i
Solution
3. ZMHE&(Cr(VI))
Hexavalent Chromium (Cr(VI))
R TAEA -
Weigh sample and place it — m ).\ i ﬁigﬁ” J — TH A
in a vessel Add digestion reagent Digest the sample
A I i BN pH 1E WA, ufiE
. K Adjust the pH value —]
F——
Add test solution of the solution Cool and filter
VB pH E HEBETFKER Fl UV-Vis 4347
. - ] . (I
Adjust the pH value | g I\/.Iakle up with — Analyzed by UV-Vis
of the solution deionized water
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@ Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com

~J

AE M YW aa 1000 SN\,



CT

| 75500 f S

WEHRS  A2250846170101002E
Report No. A2250846170101002E

4. ZIREKIK(PBBs),
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Z IR —ZKRH(PBDES)
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Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDES)

WEmTEY FIA BLE R AR L A AL
Weigh le and pl — Extracted with —"
cigh sample and place xtracted wi Concentrate the extract
it in a thimble organic solvent
i GOMS M7 FALER R BRI R R
— Make up with K Transfer the extract into a
Analyzed by GC-MS . ,
organic solvent volumetric flask
5. 48F_FEsEE(DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)
WEFGTESED F A B 77U AR RGBT
Weigh le and pl — Extracted with "
€187 saliiple ahd place Hactet W Concentrate the extract
it in a thimble organic solvent
i GOMS A4 EHLER S e et
— Make up with K Transfer the extract into a
Analyzed by GC-MS . ,
organic solvent volumetric flask

6. FHIRXEA (TBBP-A)
Tetrabromobisphenol A (TBBP-A)

Hotline:400-67

o s ERBTETERS R FR

— Extracted with organic solvent in an

Sample preparation ultrasonic equipment

F LC-Ms-MS 7347 RAEERNES
| —
]

Analyzed by LC-MS-MS Make up with organic solvent
88-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@ct

cert.com
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7. ERALAEE(MCCPs)
Middle Chain Chlorinated Paraffins (MCCPs)

WEERTES S R HLIE I3 H R
Weigh sample and place —" Extracted with " Concentrate the extract
it in a thimble organic solvent
Al GC-MS(NCI)4MHi BEHLEAEE R E R BRI
Make up wit F— Transter the extract into a
— ke up with (— fer tl '
Analyzed by GC-MS(NCI) , ,
organic solvent volumetric flask
8. K&
Halogen(s)
i i = = S PRES
FREFEA T S ENES (LR MU P KR ERE i
Weigh and place sample ina  — —" Combust the sample in
B P P | Fill the bomb with oxygen | g
sample cup of bomb oxygen bomb
. o g s O g s | B B
. | ks F R PR E B R
N Make up with K—]  Transfer the sample solution
Analyzed by IC ultra-purity water into a volumetric flask

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Photo(s) of the sample(s)

BT AT
Before drying
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75 B Statement :

1 Ak IO ANE T “EHE MRS W= TG
This report is considered invalid without approved signature, special seal and the seal on the perforation;
AR RN A AR SHIE . A R B B B IR AL, HE R RO LS A B, CTURAZSEH S,
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;
3. AR A I 45 RAUR B2 AL A5 5

The result(s) shown in this report refer(s) only to the sample(s) tested;

4. BAEH B, 5SS IHILAC-G8:09/2019 / CNAS-GLO15:2022/ FH ] #4552 (w=0) — 7oH) & FL BT 2455 M) 58

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. RACTIHHEFE, A EHIARE;
Without written approval of CTI, this report can’t be reproduced except in full;
6. R E PRI CNE SN EE ER, Ut SONHE.

In case of any discrepancy between the English version and Chinese version of the reports (if generated), the
Chinese version shall prevail.

2.

***j:& 'ﬂj: éé:ﬁi***

*** End of report ***

7/ B 2

~
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