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WMEHLAF B RN REOCREIAD H IR A A
Company Name SHENZHEN RONGDA PHOTOSENSITIVE SCIENCE & TECHNOLOGY CO., LTD
shown on Report
;U i RN T 22 X AR AT IE B AL X B KIE71-55301 (1-3)2)
Address FLOOR 1-3 ,XINTIAN ROAD 71-5,FUHAI STREET,BAO'AN DISTRICT,SHENZHEN
CITY

PATF R 0 B A5 B e R SR LR IA

The following sample(s) and sample information was/were submitted and identified by/on the behalf of

the applicant

B 24 PR UVIE B[R R R 77

Sample Name UVHgE A4 R A R 771

Ml LNO1

Model No. LNO1

B bz H 1 2026.08.21

Sample Received Date Aug. 21, 2026

R A H 3 2026.08.21-2026.08.27

Testing Period Aug. 21,2026 to Aug. 27,2026

R ER MR PR, X PR Y (Pb), 4R (Cd), 7R (He), A (Cr(VD), £

IR (PBBs), 2 ¥R — KMk (PBDEs), 47— H'i&MlE (DBP, BBP, DEHP, DIBP), VU
XUEA (TBBP-A), A k&AL AT i (MCCPs) AT I
Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP), Tetrabromobisphenol A
(TBBP-A), Middle Chain Chlorinated Paraffins (MCCPs) in the submitted sample(s).

oL A HE /A 45 3R HZWT .
Test Method/Test Result(s) Please refer to the following page(s).

i
%} %’ﬁ—_w Eate & 2026.08.27

£ I
AP F- N Lab Authorized Signatory No. R179751433
A A A PR A H J7ZRAB RN 5 22 DR 22 B T8 2R 4 X A ks ) DR
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%lﬁ Conclusion

WSRRE RIEIRHE/ TS gEE

Tested Sample According to standard/directive Result
R Rk BROHS 35 4-2011/65/EU & HABITH5 4 (EU) ey
Submitted Sample 2015/863
RoHS Directive 2011/65/EU with amendment PASS
(EU) 2015/863

st sk ot sk ot sk ot sk ok sk ot sk ot sk ot sk ot s o sk ok sk ok sk ot sk ok sk ok sk ot sk ok sk ok sk o sk ok sk ok sk o sk ok sk ok sk ot sk ot sk ot sk ok sk sk sk sk sk s ok sk st sk sk s sk ok sk sk sk sk sk sk ok sk ok sk sk sk sk ok kol sk sk sk sk ok ok
P B 2 G 45 SR 2 K B ROHS $E 4-2011/65/EU R JLAE 1T #64- (EU)  2015/863% KA FRAR -

PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment (EU)

2015/863.
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*ﬁﬁ}.‘ﬂ ﬁiﬁ%’ Test Method
Sl T A B
R kT ez
Measured
Test Item(s) Test Method Equipment(s)
Y IEC 62321-5:2013 ICP-OES
Lead (Pb)
] IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
7K IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
IS IEC 62321-7-2:2017 UV-Vis
Hexavalent Chromium (Cr(VI))
ZIRBR IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
% IR Rk IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AROK — R s IEC 62321-8:2017 GC-MS
Phthalates (DBP, BBP, DEHP, DIBP)
IIFES AT £#US EPA 3550C:2007 & US EPA 8321B:2007 LC-MS-MS
Tetrabromobisphenol A (TBBP-A) Refer to US EPA 3550C:2007 &
US EPA 8321B:2007
o S A A Z#US EPA 3540C:1996 & US EPA 8270E:2018 GC-MS(NCI)
Middle Chain Chlorinated Paraffins (MCCPs) Refer to US EPA 3540C:1996 &
US EPA 8270E:2018

ol u ]



CTI =18
RlUE

Test Report

=l T

A |

WEHT  A2260730703101001E %400 10w

Report No.  A2260730703101001E Page 4 of 10

6 25 5 Test Result(s)

PRI H Tested Item(s) ZiR Result TR IR [
001 MDL Limit

Y Lead (Pb) N.D. 2 mg/kg 1000 mg/kg

#% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg

7K Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg

7NPTE% Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg 1000 mg/kg

VIR H Tested Item(s) 4R Result FVER H BR FRAE
001 MDL Limit

EALNSIS Polybrominated Biphenyls (PBBs)

—RBEIR Monobromobiphenyl N.D. 5 mg/kg

TREEZR Dibromobiphenyl ND. 5 mg/kg

—REEZR Tribromobiphenyl ND. 5 mg/kg

VUYREXA Tetrabromobiphenyl N.D. 5 mg/kg

TR Pentabromobiphenyl N.D. 5 mg/kg 1000 mg/kg

INVREKXZE Hexabromobiphenyl N.D. 5 mg/kg

LIREEZE Heptabromobiphenyl N.D. 5 mg/kg

JUREXZE Octabromobiphenyl N.D. 5 mg/kg

RN Nonabromobiphenyl N.D. 5 mg/kg

+VRELZE Decabromobiphenyl N.D. 5 mg/kg

WA H Tested Item(s) ZiR Result TR IR [RE
001 MDL Limit

£ J] — 5B Polybrominated Diphenyl Ethers (PBDEs)

— VR —ZKfF Monobromodiphenyl ether N.D. 5 mg/kg

TR KT Dibromodiphenyl ether N.D. 5 mg/kg

=R IR Tribromodiphenyl ether N.D. 5 mg/kg

VU R — 2 Tetrabromodiphenyl ether N.D. 5 mg/kg

FVR 7KW Pentabromodiphenyl ether N.D. 5 mg/kg 1000 mg/kg

75VR 2K EF Hexabromodiphenyl ether N.D. 5 mg/kg

LR R Heptabromodiphenyl ether N.D. 5 mg/kg

J\IR 2 Tk Octabromodiphenyl ether N.D. 5 mg/kg

JUIR 2K Nonabromodiphenyl ether N.D. 5 mg/kg

+R KWk Decabromodiphenyl ether N.D. 5 mg/kg
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6 25 5 Test Result(s)

SENT Y, g;l: Y A

ﬂﬂﬁﬁm H Tested Item(s) HIR Result ﬁ&ﬁﬁ B BE{E
001 MDL Limit

4B% — FH R TiE Phthalates (DBP, BBP, DEHP, DIBP)

AR —H R — T g Dibutyl phthalate N.D. 50 mg/kg 1000 mg/kg

(DBP)

CAS#:84-74-2

WK IR T 2 RIEBE Butyl benzyl N.D. 50 mg/kg 1000 mg/kg

phthalate (BBP)

CAS#:85-68-7

WR_HR = (2-23%) O s Di- N.D. 50 mg/kg 1000 mg/kg

(2-ethylhexyl) phthalate (DEHP)

CAS#:117-81-7

B2 —HIER — 5 T8 Diisobutyl phthalate N.D. 50 mg/kg 1000 mg/kg

(DIBP)

CAS#:84-69-5

S Z5 5 Result N

WA H Tested Item(s) a o 75 A H R MDL

VUJRXLPIA Tetrabromobisphenol A N.D. 5 mg/kg

(TBBP-A)

ST 755 Result .

WAITE Tested Item(s) 2 o T R ML

Hh i &1k A7 B Middle Chain Chlorinated N.D. 100 mg/kg

Paraffins (MCCPs)

AT
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T /BRI Sample/Part Description
Fe CTIFEANID ik
No. CTI Sample ID Description
1 001 17 R RAR

Transparent liquid

#VE: P TR, R, RZERCHEREEE.
N.D. =Rt ChT IR H R)
-mg/kg =ppm=H I L —
-1000 mg/kg = 0.1%
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
-1000 mg/kg = 0.1%
TR AR EPREIEERERE. #E BVAEREEER. ARt REERA.
Note: The testing data and result(s) in this report is(are) just for scientific research, education,
internal quality control and product development etc.

NS Y inn a8 N Vg
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IR Test Process
1. #®Pb), 4H(Cd
Lead (Pb), Cadmium (Cd)
Weiﬁjfl%aﬁﬁ e_]::fﬁ %p%{ariqe it :: b TJH-?\ f% AT :: > AR A
i a vessel Add digestion reagent Digest the sample
FH 2R AL T 35 B
E;J ﬁAQElﬁL IEE: ] B s
H ICP-OES FZETKERE ]l-lcyl' Stng Residue .
45 Hr B A. a l.FllSIOIll.- otk
(: Make up with Acid Dissolution <:
Analyzed by ioni Filtration
ICP-OES deionized water —
e
Solution
2. 7K (Hg)
Mercury (Hg)
wor VELRE TARERD UIPNIE e : AR b
& S?;T;p Vi::le 1 place it —] Add digestion reagent Digest the sample
/R A T
PP LB <: B4
55| ICP'_OES ST OKER Alkali Fusion/ Residue .
i (::I Make up with Acid Dissolution KL ag
Analyzed by foni Filtration
ICP-OES deionized water .
i
Solution
3. A& (Cr (VD)
Hexavalent Chromium (Cr(VI))
RERSTHEERN P
Weigh sample and place it I }j\ i ﬁigﬁt” J — TH A B
in a vessel Add digestion reagent Digest the sample
I i VA SV pH B W, it

Add test solution

U

Adjust the pH value ' ——]

of the solution

VA E W pH (E
Adjust the pH value

of the solution

HEBETARKER

Male up with —

deionized water

Cool and filter

F UV-Vis 4t
Analyzed by UV-Vis

LIV A A AR N Y 4

V.

N
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4. ZBWHEHK (PBBs), 2R —ZKBK (PBDEs)

Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

HEFEMHTEEH R HLE IR RS T
Weigh sample and place —" Extracted with — Concentrate the extract
it in a thimble organic solvent
I GOMS 47 A HLE RIS T BT
—] Make up with K—] Transfer the extract into a

Analyzed by GC-MS . ,
organic solvent volumetric flask

5. 4B _FERf (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)

FEFRTEE+ R HLE IR AT
Weigh le and pl — Extracted with —"
eigh sample and place xtracted wi Concentrate the extract
it in a thimble organic solvent
" AL AR E B RIS
H GC-MS 47 #f T E AT 2 JRteRl Sk =)
—] Make up with — Transfer the extract into a
Analyzed by GC-MS . ,
organic solvent volumetric flask
6. VHEEXMIA (TBBP-A)
Tetrabromobisphenol A (TBBP-A)
o e A HLEFIE R i 25
— Extracted with organic solvent in an
Sample preparation ultrasonic equipment
A LC-MS-Ms 734 ABNETER
—
Analyzed by LC-MS-MS Make up with organic solvent

N O Al N Yy



CTI TEW e

a3 5

Test Report

WERS  A2260730703101001E

#9310 nl

Report No.  A2260730703101001E Page 9 of 10
7. FEERALAYE (MCCPs)
Middle Chain Chlorinated Paraffins (MCCPs)
HEFEMHTEEH FIA HLI AR L RS T
Weigh le and pl —" Extracted with
c187 sampTe ahd prace Hracet W Concentrate the extract
it in a thimble organic solvent
Al GC-MS(NCI)4 b R HLE A% R AL 2 R
(—] Make up with Transfer the extract into a
P
Analyzed by GC-MS(NCI) ) ,
organic solvent volumetric flask

AY/72K: \Ws ) 4

NG
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Fan B A

Photo(s) of the sample(s)
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ARSI T T B SR TR R TR
This report is considered invalid without approved signature, special seal and the seal on the perforation;
CAREIRSR AT SRR S R SR S S RS E SR, AR E RO ST, CTORAZ SR S
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;
- AR AR 5 R SZ IR i 7 D5
The result(s) shown in this report refer(s) only to the sample(s) tested;
CBRAES BV, iR S HBILAC-G8:09/2019 / CNAS-GLO15:2022 1 I 18] 542 52 (w=0) — JC F 58 MU EAT 75 &M v s
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;
- RECTIHHEFE, AMIEDEHAMRE
Without written approval of CTI, this report can’t be reproduced except in full;
R E R SCAR SR CARAER, U O8HE.
In case of any discrepancy between the English version and Chinese version of the reports (if generated), the
Chinese version shall prevail.

***j:]i%:glﬂj:;ﬁ***

*** End of report ***
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